
From: Susan Koehler <koehler@footprintus.com> 
Sent: Friday, September 25, 2020 4:58 PM
To: maia.bellon@ecy.wa.gov
Cc: Susan Koehler <koehler@footprintus.com>; Sue Chiang <Sue@ceh.org>; Rice, Darin (ECY)
<dric461@ECY.WA.GOV>; Zarker, Ken (ECY) <kzar461@ECY.WA.GOV>; Hennessey, Jennifer (GOV)
<Jennifer.Hennessey@gov.wa.gov>
Subject: Footprint PFAS Free Food Service Products

THIS EMAIL ORIGINATED FROM OUTSIDE THE WASHINGTON STATE EMAIL
SYSTEM - Take caution not to open attachments or links unless you know the sender AND

were expecting the attachment or the link

To: Director Maia Bellon      
Cc:      Darin Rice, Dept of Ecology, Program Manager, Hazardous Waste and Toxics Reduction 

 Ken Zarker, Dept. of Ecology,Pollution Prevention Regulatory Assistance Section Manager
           Jennifer Hennessey,Senior Policy Advisor, Governor Jay Inslee

Dear Director Bellon:
Washington State has a tremendous opportunity to move the market to safer products with its
precedent- setting ban on PFAS in food packaging (70.95G RCW).  For 20 years, I was a resident of
Redmond/Sammamish from 1995-2015, and our family loved the community and sustainability
progressiveness.
Footprint has a clear vision: eliminate single-use and short-term use plastics. Footprint designs,
develops and manufactures technologies that are biodegradable, compostable, and recyclable. We
make it easy for companies to switch out of plastic to preserve our future.  Our molded fiber
products are biobased and free from PFAS.

As the agency moves forward to identify safer alternatives so that the ban can take effect in 2022,
we urge you to consider the following:

1. The demand is increasing for PFAS-free products. Customers are demanding/specifying products
without PFAS as well as products with a better lifecycle that are compostable. WA state should not
delay the implementation of the ban as leading manufacturers like Footprint that are already
heading in that direction…
2. We have safer alternatives already available today which is 100% reduction in plastic with
responsibly sourced materials.
3. Products without PFAS meet the needs of your customers while keeping highly persistent, mobile,
and toxic chemicals out of compost and the food supply which perform at the same level or better
than their counterparts.
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Member of the SGS Group (SGS SA) 


Footprint  
250 E Germann Road 
Gilbert, AZ 85297 
United States 
 
The following sample(s) was/were submitted 
and identified by/on behalf of the client as: 


2S-B 
Sample/Style No: 04272020B 
Color: Kraft/Natural 
Product End Use: Meat Tray 
 


 
Sample Received Date: 6/19/2020  
   
Testing Period: 6/22/2020 – 7/6/2020  


  


 


Test Requested : Please refer to the result summary. 


   


   


Test Method & Results : Please refer to next page(s). 


   


   


Result Summary :  


  Test Requested Conclusion  


  1. US FDA 21 CFR 176.170 (Paper and Paperboard) – 
Determination of Amount of Net Chloroform 
Soluble Extractives 


PASS 


  2. US Model Toxics in Packaging Legislation (TPCH: 
Toxics in Packaging Clearing House) (formerly 
drafted by CONEG) – Total Lead, Cadmium, 
Mercury and Hexavalent Chromium Content 


PASS 


  3. Perfluorinated Compounds (PFCs) See Test Results 


 


 


 


 


 


 


Signed for and on behalf of SGS North America, Inc.  Prepared By: 


 


  


Shaina Gibbons 
Technical Report Writer, Chemistry Laboratory 


 Crystal Melecio 
Report Writer, Chemistry Laboratory 
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Member of the SGS Group (SGS SA) 


1. US FDA 21 CFR 176.170 (Paper and Paperboard) – Determination of Amount of Net Chloroform 
Soluble Extractives 
 
Test Method: With reference to US FDA 21 CFR 176.170. 
 


Extractants Test Condition 


Results 
(mg/inch2) 


Reporting Limit 
(mg/inch2) 


Permissible 
Limit (mg/inch2) 


1 


Distilled Water 250oF for 2 hours ND 0.2 0.5 


n-Heptane  150oF for 2 hours ND 0.2 0.5 


Conclusion  -- PASS  -- -- 


 
Sample Description: 
1. 2S-B 


 
Note : 1. mg/inch2 = milligram per square inch 


2. ºF = degrees Fahrenheit 
3. ND = Not Detected 
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Member of the SGS Group (SGS SA) 


2. US Model Toxics in Packaging Legislation (TPCH: Toxics in Packaging Clearing House) (formerly 
drafted by CONEG) – Total Lead, Cadmium, Mercury and Hexavalent Chromium Content 
 
Test Method: Lead, Cadmium, Mercury and Total Chromium were analyzed by ICP-OES, ICP-MS and/or 
HD-XRF and Chromium VI was analyzed by UV-Visible Spectroscopy.  
 


Test Item 
Results (ppm) Reporting 


Limit (ppm) 
Permissible 
Limit (ppm) 1 


Lead (Pb) ND 5 -- 


Cadmium (Cd) ND 5 -- 


Mercury (Hg) ND 5 -- 


Hexavalent Chromium (Cr(VI)) ND* 10 -- 


Total   ND -- 100 


Conclusion PASS -- -- 


 
Sample Description: 
1. 2S-B 
 


Note :  1. ppm = parts per million 
   2. mg/kg = ppm 
   3. 1% = 10000 ppm (mg/kg) 


4. ND = Not Detected 
5. * = Hexavalent Chromium determination using UV-Visible Spectroscopy was not performed, as 
total chromium found in the sample does not contribute to the hexavalent chromium content at a 
level exceeding the permissible limit. 


 
Remark  : The TPCH legislation has been enacted by California, Connecticut, Florida, Georgia, Illinois, Iowa, 


Maine, Maryland, Minnesota, Missouri, New Hampshire, New Jersey, New York, Pennsylvania, 
Rhode Island, Vermont, Virginia, Washington and Wisconsin. 
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Member of the SGS Group (SGS SA) 


3. Perfluorinated Compounds (PFCs) 
  
Test Method: SGS In-House method analysis with High Performance Liquid Chromatography – Mass 
Selective Detector (HPLC-MSD). 
 


Perfluorinated Compounds  CAS-No. 
Results (ppm) Reporting Limit 


(ppm) 1 


Perfluorobutane Acid (PFBA) 375-22-4 ND 1 


Perfluorobutane Sulfonate (PFBS) 375-73-5 ND 1 


Perfluoropentane Acid (PFPA) 2706-90-3 ND 1 


Perfluorohexane Acid (PFHxA) 307-24-4 ND 1 


Perfluorohexane Sulfonate (PFHxS) 355-46-4 ND 1 


Perfluoroheptane Acid (PFHpA) 375-85-9 ND 1 


Perfluoroheptane Sulfonate (PFHpS) 375-92-8 ND 1 


Perfluorooctanoic Acid (PFOA) 335-67-1 ND 1 


Perfluorooctane Sulfonate (PFOS)^ Various ND 1 


Perfluorooctane Sulfonamide (PFOSA) 754-91-6 ND 1 


2-(N-methylperfluoro- 1-octanesulfonamido) - ethanol 
(MeFOSE) 


24448-09-7 ND 1 


2-(N-ethylperfluoro-1-octanesulfonamido)-ethanol 
(EtFOSE) 


1691-99-2 ND 1 


N-methylperfluoro-1-octanesulfonamide (MeFOSA) 31506-32-8 ND 1 


N-ethylperfluoro-1-octanesulfonamide (EtFOSA) 4151-50-2 ND 1 


Perfluorodecane Sulfonate (PFDS) 126105-34-8 ND 1 


Perfluorononane Acid (PFNA) 375-95-1 ND 1 


Perfluorodecane Acid (PFDA) 335-76-2 ND 1 


Perfluoroundecanoic Acid (PFUnA) 2058-94-8 ND 1 


Perfluorododecanoic Acid (PFDoA) 307-55-1 ND 1 


Perfluorotridecanoic Acid (PFTrA) 72629-94-8 ND 1 


Perfluorotetradecanoic Acid (PFTeA) 376-06-7 ND 1 


Perfluoro-3,7-dimethyloctanoic Acid (PF-3,7-DMOA) 172155-07-6 ND 1 


7H-Dodecanefluoroheptane Acid (HPFHpA) 1546-95-8 ND 1 


2H,2H-Perfluorodecane Acid (H2PFDA) 882489-14-7 ND 1 


2H,2H,3H,3H-Perfluoroundecanoic Acid (H4PFUnA) 34598-33-9 ND 1 


Perfluorooctanesulphonic Acid 1H,1H,2H,2H (H4PFOS; 
6:2) 


27619-97-2 ND 1 


Conclusion -- -- -- 


  
Sample Description: 


1. 2S-B 
 
Note :  1. ppm = parts per million 
   2. mg/kg = ppm 
   3. 1% = 10000 ppm (mg/kg) 


4. ND = Not Detected 
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Member of the SGS Group (SGS SA) 


Remarks:     Recommended Max. Limit / Client Requirement:  
 PFOS and PFOA 1 (ppm) 
 Others Not Applicable 


 
#APFO test result is based on the calculation of PFOA and to the worst-case scenario. 
^ PFOS refer to Perfluorooctanesulfonic acid and its derivatives including 
Perfluoroctanesulfonic acid, Perfluoroctane sulfonamide, N-Methylperfluoroctane 
sulfonamide, N-Ethylperfluoroctane sulfonamide, N-Methylperfluoroctane 
sulfonamidoethanol and N-Ethylperfluoroctane sulfonamidoethanol 
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Member of the SGS Group (SGS SA) 


Sample Photo(s): 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


SGS authenticates the photo(s) on the original report only 


 


*** End of Report *** 
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Member of the SGS Group (SGS SA) 


Footprint  
250 E Germann Road 
Gilbert, AZ 85297 
United States 
 
The following sample(s) was/were submitted 
and identified by/on behalf of the client as: 


20S-B 
Sample/Style No: 04272020B 
Color: Kraft/Natural 
Product End Use: Meat Tray 
 


 
Sample Received Date: 6/19/2020  
   
Testing Period: 6/22/2020 – 7/6/2020  


  


 


Test Requested : Please refer to the result summary. 


   


   


Test Method & Results : Please refer to next page(s). 


   


   


Result Summary :  


  Test Requested Conclusion  


  1. US FDA 21 CFR 176.170 (Paper and Paperboard) – 
Determination of Amount of Net Chloroform 
Soluble Extractives 


PASS 


  2. US Model Toxics in Packaging Legislation (TPCH: 
Toxics in Packaging Clearing House) (formerly 
drafted by CONEG) – Total Lead, Cadmium, 
Mercury and Hexavalent Chromium Content 


PASS 


  3. Perfluorinated Compounds (PFCs) See Test Results 


 


 


 


 


 


 


Signed for and on behalf of SGS North America, Inc.  Prepared By: 


 


  


Shaina Gibbons 
Technical Report Writer, Chemistry Laboratory 


 Crystal Melecio 
Report Writer, Chemistry Laboratory 
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Member of the SGS Group (SGS SA) 


1. US FDA 21 CFR 176.170 (Paper and Paperboard) – Determination of Amount of Net Chloroform 
Soluble Extractives 
 
Test Method: With reference to US FDA 21 CFR 176.170. 
 


Extractants Test Condition 


Results 
(mg/inch2) 


Reporting Limit 
(mg/inch2) 


Permissible 
Limit (mg/inch2) 


1 


Distilled Water 250oF for 2 hours ND 0.2 0.5 


n-Heptane  150oF for 2 hours ND 0.2 0.5 


Conclusion  -- PASS  -- -- 


 
Sample Description: 
1. 20S-B 


 
Note : 1. mg/inch2 = milligram per square inch 


2. ºF = degrees Fahrenheit 
3. ND = Not Detected 
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Member of the SGS Group (SGS SA) 


2. US Model Toxics in Packaging Legislation (TPCH: Toxics in Packaging Clearing House) (formerly 
drafted by CONEG) – Total Lead, Cadmium, Mercury and Hexavalent Chromium Content 
 
Test Method: Lead, Cadmium, Mercury and Total Chromium were analyzed by ICP-OES, ICP-MS and/or 
HD-XRF and Chromium VI was analyzed by UV-Visible Spectroscopy.  
 


Test Item 
Results (ppm) Reporting 


Limit (ppm) 
Permissible 
Limit (ppm) 1 


Lead (Pb) ND 5 -- 


Cadmium (Cd) ND 5 -- 


Mercury (Hg) ND 5 -- 


Hexavalent Chromium (Cr(VI)) ND* 10 -- 


Total   ND -- 100 


Conclusion PASS -- -- 


 
Sample Description: 
1. 20S-B 
 


Note :  1. ppm = parts per million 
   2. mg/kg = ppm 
   3. 1% = 10000 ppm (mg/kg) 


4. ND = Not Detected 
5. * = Hexavalent Chromium determination using UV-Visible Spectroscopy was not performed, as 
total chromium found in the sample does not contribute to the hexavalent chromium content at a 
level exceeding the permissible limit. 


 
Remark  : The TPCH legislation has been enacted by California, Connecticut, Florida, Georgia, Illinois, Iowa, 


Maine, Maryland, Minnesota, Missouri, New Hampshire, New Jersey, New York, Pennsylvania, 
Rhode Island, Vermont, Virginia, Washington and Wisconsin. 
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Member of the SGS Group (SGS SA) 


3. Perfluorinated Compounds (PFCs) 
  
Test Method: SGS In-House method analysis with High Performance Liquid Chromatography – Mass 
Selective Detector (HPLC-MSD). 
 


Perfluorinated Compounds  CAS-No. 
Results (ppm) Reporting Limit 


(ppm) 1 


Perfluorobutane Acid (PFBA) 375-22-4 ND 1 


Perfluorobutane Sulfonate (PFBS) 375-73-5 ND 1 


Perfluoropentane Acid (PFPA) 2706-90-3 ND 1 


Perfluorohexane Acid (PFHxA) 307-24-4 ND 1 


Perfluorohexane Sulfonate (PFHxS) 355-46-4 ND 1 


Perfluoroheptane Acid (PFHpA) 375-85-9 ND 1 


Perfluoroheptane Sulfonate (PFHpS) 375-92-8 ND 1 


Perfluorooctanoic Acid (PFOA) 335-67-1 ND 1 


Perfluorooctane Sulfonate (PFOS)^ Various ND 1 


Perfluorooctane Sulfonamide (PFOSA) 754-91-6 ND 1 


2-(N-methylperfluoro- 1-octanesulfonamido) - ethanol 
(MeFOSE) 


24448-09-7 ND 1 


2-(N-ethylperfluoro-1-octanesulfonamido)-ethanol 
(EtFOSE) 


1691-99-2 ND 1 


N-methylperfluoro-1-octanesulfonamide (MeFOSA) 31506-32-8 ND 1 


N-ethylperfluoro-1-octanesulfonamide (EtFOSA) 4151-50-2 ND 1 


Perfluorodecane Sulfonate (PFDS) 126105-34-8 ND 1 


Perfluorononane Acid (PFNA) 375-95-1 ND 1 


Perfluorodecane Acid (PFDA) 335-76-2 ND 1 


Perfluoroundecanoic Acid (PFUnA) 2058-94-8 ND 1 


Perfluorododecanoic Acid (PFDoA) 307-55-1 ND 1 


Perfluorotridecanoic Acid (PFTrA) 72629-94-8 ND 1 


Perfluorotetradecanoic Acid (PFTeA) 376-06-7 ND 1 


Perfluoro-3,7-dimethyloctanoic Acid (PF-3,7-DMOA) 172155-07-6 ND 1 


7H-Dodecanefluoroheptane Acid (HPFHpA) 1546-95-8 ND 1 


2H,2H-Perfluorodecane Acid (H2PFDA) 882489-14-7 ND 1 


2H,2H,3H,3H-Perfluoroundecanoic Acid (H4PFUnA) 34598-33-9 ND 1 


Perfluorooctanesulphonic Acid 1H,1H,2H,2H (H4PFOS; 
6:2) 


27619-97-2 ND 1 


Conclusion -- -- -- 


  
Sample Description: 


1. 20S-B 
 
Note :  1. ppm = parts per million 
   2. mg/kg = ppm 
   3. 1% = 10000 ppm (mg/kg) 


4. ND = Not Detected 
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Member of the SGS Group (SGS SA) 


Remarks:     Recommended Max. Limit / Client Requirement:  
 PFOS and PFOA 1 (ppm) 
 Others Not Applicable 


 
#APFO test result is based on the calculation of PFOA and to the worst-case scenario. 
^ PFOS refer to Perfluorooctanesulfonic acid and its derivatives including 
Perfluoroctanesulfonic acid, Perfluoroctane sulfonamide, N-Methylperfluoroctane 
sulfonamide, N-Ethylperfluoroctane sulfonamide, N-Methylperfluoroctane 
sulfonamidoethanol and N-Ethylperfluoroctane sulfonamidoethanol 
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Sample Photo(s): 
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*** End of Report *** 



http://www.sgs.com/en/Terms-and-Conditions.aspx

http://www.sgs.com/en/Terms-and-Conditions/Terms-e-Document.aspx



				2020-07-06T22:02:28+0000

		Geneva

		SGS officially issued document












 
 Test Report         No. 4564198-CH03        Date:  December 13, 2019 Page 1 of 5 


 


“This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or 
accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx and, for electronic format documents, subject to Terms and Conditions 
for Electronic Documents at http://www.sgs.com/en/Terms-and-Conditions/Terms-e-Document.aspx.  Attention is drawn to the limitation 
of liability, indemnification and jurisdiction issues defined therein.  Any holder of this document is advised that information contained 
hereon reflects the Company’s findings at the time of its intervention only and within the limits of Client’s instructions, if any.  The 
Company’s sole responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their 
rights and obligations under the transaction documents.  This document cannot be reproduced except in full, without prior written 
approval of the Company.  Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful 
and offenders may be prosecuted to the fullest extent of the law.  Unless otherwise stated the results shown in this test report refer only 
to the sample(s) tested and such sample(s) are retained for 45 days only.”  
 
SGS North America Inc. Consumer & Retail Testing Services.  291 Fairfield Ave., Fairfield, NJ 07004, USA  t (973) 575-5252  f (973) 575-7175 www.us.sgs.com/cts 


 
Member of the SGS Group (SGS SA) 


Footprint LLC 
250 E Germann Road 
Gilbert, AZ 85297 
United States 
 
The following sample(s) was/were submitted 
and identified by/on behalf of the client as: 


Footprint Ecosentials Tray Sample 
Color: Kraft/Natural 
Sample/Style No.: Form: Bamboo C 
Product End Use: Tray for Food 


 
Sample Received Date: 12/10/2019  
   
Testing Period: 12/10/2019 – 12/13/2019  


 


   


Test Requested : Please refer to the result summary. 


   


   


Test Method & Results : Please refer to next page(s). 


   


   


Result Summary :  


  Test Requested Conclusion  


  1. US Model Toxics in Packaging Legislation 
(TPCH: Toxics in Packaging Clearing House) 
(formerly drafted by CONEG) – Total Lead, 
Cadmium, Mercury and Hexavalent Chromium 
Content 


PASS 


  2. Perfluorooctane Sulfonates (PFOS) 


Content 
See Test Results 


  3. Perfluorooctanoic Acid (PFOA) Content See Test Results 


 


 


 


 


Signed for and on behalf of SGS North America, Inc.  Prepared By: 


 


  


Shaina Gibbons 
Technical Report Writer, Chemistry Laboratory 


 Crystal Melecio 
Report Writer, Chemistry Laboratory 
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Member of the SGS Group (SGS SA) 


1. US Model Toxics in Packaging Legislation (TPCH: Toxics in Packaging Clearing House) (formerly 
drafted by CONEG) – Total Lead, Cadmium, Mercury and Hexavalent Chromium Content 
 
Test Method: Lead, Cadmium, Mercury and Total Chromium were analyzed by ICP-OES, ICP-MS and/or 
HD-XRF and Chromium VI was analyzed by UV-Visible Spectroscopy.  
 


Test Item 
Results (ppm) Detection 


Limit (ppm) 
Permissible 
Limit (ppm) 1 


Lead (Pb) ND 5 -- 


Cadmium (Cd) ND 5 -- 


Mercury (Hg) ND 5 -- 


Hexavalent Chromium (Cr(VI)) ND* 10 -- 


Total   ND -- 100 


Conclusion PASS -- -- 


 
Sample Description: 


1. Footprint Ecosentials Tray Sample 
 
Note :  1. ppm = parts per million 
   2. mg/kg = ppm 
   3. ND = Not Detected 


  4. * = Hexavalent Chromium determination using UV-Visible Spectroscopy was not performed, as 
total chromium found in the sample does not contribute to the hexavalent chromium content at a 
level exceeding the permissible limit. 


 
Remark  : The TPCH legislation has been enacted by California, Connecticut, Florida, Georgia, Illinois, Iowa, 


Maine, Maryland, Minnesota, Missouri, New Hampshire, New Jersey, New York, Pennsylvania, 
Rhode Island, Vermont, Virginia, Washington and Wisconsin. 
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Member of the SGS Group (SGS SA) 


2. Perfluorooctane Sulfonates (PFOS) Content  
 
Test Method: Solvent extraction followed by analysis with High Performance Liquid Chromatography – Mass 
Selective Detector (HPLC-MSD). 
 


Test Item 
Results 
(ppm) 


Detection 
Limit (ppm) 


1 


Perfluorooctane Sulfonates (PFOS)# ND 1 


Comment -- -- 


 
Sample Description: 


1. Footprint Ecosentials Tray Sample 
 
Note :  1. ppm = parts per million 
   2. mg/kg = ppm 
   3. 1% = 10000 ppm (mg/kg) 


4. ND = Not Detected 
5. # = Perfluorooctane Sulfonates (PFOS) are represented by sum of PFOS – Acid, PFOS – Metal 


Salt and PFOS – Amide. 
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Member of the SGS Group (SGS SA) 


3. Perfluorooctanoic Acid (PFOA) Content 
 
Test Method: Solvent extraction followed by analysis with High Performance Liquid Chromatography – Mass 
Selective Detector (HPLC-MSD). 
 


Test Item 
Results 
(ppm) 


Detection 
Limit (ppm) 


1 


Perfluorooctanoic Acid (PFOA) ND 1 


Comment -- -- 


 
Sample Description: 


1. Footprint Ecosentials Tray Sample 
 
Note :  1. ppm = parts per million 
   2. mg/kg = ppm 
   3. 1% = 10000 ppm (mg/kg) 


4. ND = Not Detected 
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Sample Photo(s):  
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Member of the SGS Group (SGS SA) 


Footprint LLC 
250 E Germann Road 
Gilbert, AZ 85297 
United States 
 
The following sample(s) was/were submitted 
and identified by/on behalf of the client as: 


Footprint Ecosentials Test Samples 
Color: Kraft/Natural 
Sample/Style No.: Form: C 
Product End Use: Food Bowl 


 
Sample Received Date: 12/10/2019  
   
Testing Period: 12/10/2019 – 12/13/2019  


 


   


Test Requested : Please refer to the result summary. 


   


   


Test Method & Results : Please refer to next page(s). 


   


   


Result Summary :  


  Test Requested Conclusion  


  1. US Model Toxics in Packaging Legislation 
(TPCH: Toxics in Packaging Clearing House) 
(formerly drafted by CONEG) – Total Lead, 
Cadmium, Mercury and Hexavalent Chromium 
Content 


PASS 


  2. Perfluorooctane Sulfonates (PFOS) 


Content 
See Test Results 


  3. Perfluorooctanoic Acid (PFOA) Content See Test Results 


 


 


 


 


Signed for and on behalf of SGS North America, Inc.  Prepared By: 


 


  


Shaina Gibbons 
Technical Report Writer, Chemistry Laboratory 


 Crystal Melecio 
Report Writer, Chemistry Laboratory 
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Member of the SGS Group (SGS SA) 


1. US Model Toxics in Packaging Legislation (TPCH: Toxics in Packaging Clearing House) (formerly 
drafted by CONEG) – Total Lead, Cadmium, Mercury and Hexavalent Chromium Content 
 
Test Method: Lead, Cadmium, Mercury and Total Chromium were analyzed by ICP-OES, ICP-MS and/or 
HD-XRF and Chromium VI was analyzed by UV-Visible Spectroscopy.  
 


Test Item 
Results (ppm) Detection 


Limit (ppm) 
Permissible 
Limit (ppm) 1 


Lead (Pb) ND 5 -- 


Cadmium (Cd) ND 5 -- 


Mercury (Hg) ND 5 -- 


Hexavalent Chromium (Cr(VI)) ND* 10 -- 


Total   ND -- 100 


Conclusion PASS -- -- 


 
Sample Description: 


1. Footprint Ecosentials Test Samples 
 
Note :  1. ppm = parts per million 
   2. mg/kg = ppm 
   3. ND = Not Detected 


  4. * = Hexavalent Chromium determination using UV-Visible Spectroscopy was not performed, as 
total chromium found in the sample does not contribute to the hexavalent chromium content at a 
level exceeding the permissible limit. 


 
Remark  : The TPCH legislation has been enacted by California, Connecticut, Florida, Georgia, Illinois, Iowa, 


Maine, Maryland, Minnesota, Missouri, New Hampshire, New Jersey, New York, Pennsylvania, 
Rhode Island, Vermont, Virginia, Washington and Wisconsin. 
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Member of the SGS Group (SGS SA) 


2. Perfluorooctane Sulfonates (PFOS) Content  
 
Test Method: Solvent extraction followed by analysis with High Performance Liquid Chromatography – Mass 
Selective Detector (HPLC-MSD). 
 


Test Item 
Results 
(ppm) 


Detection 
Limit (ppm) 


1 


Perfluorooctane Sulfonates (PFOS)# ND 1 


Comment -- -- 


 
Sample Description: 


1. Footprint Ecosentials Test Samples 
 
Note :  1. ppm = parts per million 
   2. mg/kg = ppm 
   3. 1% = 10000 ppm (mg/kg) 


4. ND = Not Detected 
5. # = Perfluorooctane Sulfonates (PFOS) are represented by sum of PFOS – Acid, PFOS – Metal 


Salt and PFOS – Amide. 
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Member of the SGS Group (SGS SA) 


3. Perfluorooctanoic Acid (PFOA) Content 
 
Test Method: Solvent extraction followed by analysis with High Performance Liquid Chromatography – Mass 
Selective Detector (HPLC-MSD). 
 


Test Item 
Results 
(ppm) 


Detection 
Limit (ppm) 


1 


Perfluorooctanoic Acid (PFOA) ND 1 


Comment -- -- 


 
Sample Description: 


1. Footprint Ecosentials Test Samples 
 
Note :  1. ppm = parts per million 
   2. mg/kg = ppm 
   3. 1% = 10000 ppm (mg/kg) 


4. ND = Not Detected 
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Member of the SGS Group (SGS SA) 


Footprint  
250 E Germann Road 
Gilbert, AZ 85297 
United States 
 
The following sample(s) was/were submitted 
and identified by/on behalf of the client as: 


Footprint Drink Carrier 
Sample/Style No: Footprint Drink Carrier 
Color: Kraft/Natural 
Product End Use: Carrier for Beverages 
 


 
Sample Received Date: 7/20/2020  
   
Testing Period: 7/23/2020 – 7/31/2020  


  


 


Test Requested : Please refer to the result summary. 


   


   


Test Method & Results : Please refer to next page(s). 


   


   


Result Summary :  


  Test Requested Conclusion  


  1. US FDA 21 CFR 176.170 (Paper and Paperboard) – 
Determination of Amount of Net Chloroform 
Soluble Extractives 


PASS 


  2. US Model Toxics in Packaging Legislation (TPCH: 
Toxics in Packaging Clearing House) (formerly 
drafted by CONEG) – Total Lead, Cadmium, 
Mercury and Hexavalent Chromium Content 


PASS 


  3. Perfluorinated Compounds (PFCs) See Test Results 


  4. US California Proposition 65 – Lead Content PASS 


 


 


 


 


 


Signed for and on behalf of SGS North America, Inc.  Prepared By: 


 


  


Shaina Gibbons 
Technical Report Writer, Chemistry Laboratory 


 Crystal Melecio 
Report Writer, Chemistry Laboratory 
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Member of the SGS Group (SGS SA) 


1. US FDA 21 CFR 176.170 (Paper and Paperboard) – Determination of Amount of Net Chloroform 
Soluble Extractives 
 
Test Method: With reference to US FDA 21 CFR 176.170. 
 


Extractants Test Condition 


Results 
(mg/inch2) 


Reporting Limit 
(mg/inch2) 


Permissible 
Limit (mg/inch2) 


1 


Distilled Water 250oF for 2 hours ND 0.2 0.5 


n-Heptane  150oF for 2 hours 0.308 0.2 0.5 


Conclusion  -- PASS  -- -- 


 
Sample Description: 


1. Footprint Drink Carrier 
 
Note : 1. mg/inch2 = milligram per square inch 


2. ºF = degrees Fahrenheit 
3. ND = Not Detected 
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Member of the SGS Group (SGS SA) 


2. US Model Toxics in Packaging Legislation (TPCH: Toxics in Packaging Clearing House) (formerly 
drafted by CONEG) – Total Lead, Cadmium, Mercury and Hexavalent Chromium Content 
 
Test Method: Lead, Cadmium, Mercury and Total Chromium were analyzed by ICP-OES, ICP-MS and/or 
HD-XRF and Chromium VI was analyzed by UV-Visible Spectroscopy.  
 


Test Item 
Results (ppm) Reporting 


Limit (ppm) 
Permissible 
Limit (ppm) 1 


Lead (Pb) 5.19 5 -- 


Cadmium (Cd) ND 5 -- 


Mercury (Hg) ND 5 -- 


Hexavalent Chromium (Cr(VI)) ND* 10 -- 


Total   5.19 -- 100 


Conclusion PASS -- -- 


 
Sample Description: 


1. Footprint Drink Carrier 
 


Note :  1. ppm = parts per million 
   2. mg/kg = ppm 
   3. 1% = 10000 ppm (mg/kg) 


4. ND = Not Detected 
5. * = Hexavalent Chromium determination using UV-Visible Spectroscopy was not performed, as 
total chromium found in the sample does not contribute to the hexavalent chromium content at a 
level exceeding the permissible limit. 


 
Remark  : The TPCH legislation has been enacted by California, Connecticut, Florida, Georgia, Illinois, Iowa, 


Maine, Maryland, Minnesota, Missouri, New Hampshire, New Jersey, New York, Pennsylvania, 
Rhode Island, Vermont, Virginia, Washington and Wisconsin. 
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Member of the SGS Group (SGS SA) 


3. Perfluorinated Compounds (PFCs) 
  
Test Method: SGS In-House method analysis with High Performance Liquid Chromatography – Mass 
Selective Detector (HPLC-MSD). 
 


Perfluorinated Compounds  CAS-No. 
Results (ppm) Reporting Limit 


(ppm) 1 


Perfluorobutane Acid (PFBA) 375-22-4 ND 1 


Perfluorobutane Sulfonate (PFBS) 375-73-5 ND 1 


Perfluoropentane Acid (PFPA) 2706-90-3 ND 1 


Perfluorohexane Acid (PFHxA) 307-24-4 ND 1 


Perfluorohexane Sulfonate (PFHxS) 355-46-4 ND 1 


Perfluoroheptane Acid (PFHpA) 375-85-9 ND 1 


Perfluoroheptane Sulfonate (PFHpS) 375-92-8 ND 1 


Perfluorooctanoic Acid (PFOA) 335-67-1 ND 1 


Perfluorooctane Sulfonate (PFOS)^ Various ND 1 


Perfluorooctane Sulfonamide (PFOSA) 754-91-6 ND 1 


2-(N-methylperfluoro- 1-octanesulfonamido) - ethanol 
(MeFOSE) 


24448-09-7 ND 1 


2-(N-ethylperfluoro-1-octanesulfonamido)-ethanol 
(EtFOSE) 


1691-99-2 ND 1 


N-methylperfluoro-1-octanesulfonamide (MeFOSA) 31506-32-8 ND 1 


N-ethylperfluoro-1-octanesulfonamide (EtFOSA) 4151-50-2 ND 1 


Perfluorodecane Sulfonate (PFDS) 126105-34-8 ND 1 


Perfluorononane Acid (PFNA) 375-95-1 ND 1 


Perfluorodecane Acid (PFDA) 335-76-2 ND 1 


Perfluoroundecanoic Acid (PFUnA) 2058-94-8 ND 1 


Perfluorododecanoic Acid (PFDoA) 307-55-1 ND 1 


Perfluorotridecanoic Acid (PFTrA) 72629-94-8 ND 1 


Perfluorotetradecanoic Acid (PFTeA) 376-06-7 ND 1 


Perfluoro-3,7-dimethyloctanoic Acid (PF-3,7-DMOA) 172155-07-6 ND 1 


7H-Dodecanefluoroheptane Acid (HPFHpA) 1546-95-8 ND 1 


2H,2H-Perfluorodecane Acid (H2PFDA) 882489-14-7 ND 1 


2H,2H,3H,3H-Perfluoroundecanoic Acid (H4PFUnA) 34598-33-9 ND 1 


Perfluorooctanesulphonic Acid 1H,1H,2H,2H (H4PFOS; 
6:2) 


27619-97-2 ND 1 


Conclusion -- -- -- 


  
Sample Description: 


1. Footprint Drink Carrier 
 
Note :  1. ppm = parts per million 
   2. mg/kg = ppm 
   3. 1% = 10000 ppm (mg/kg) 


4. ND = Not Detected 



http://www.sgs.com/en/Terms-and-Conditions.aspx

http://www.sgs.com/en/Terms-and-Conditions/Terms-e-Document.aspx





 
 Test Report No. 4650949-CH01            Date:  July 31, 2020 Page 5 of 7 


“This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or 
accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx and, for electronic format documents, subject to Terms and Conditions 
for Electronic Documents at http://www.sgs.com/en/Terms-and-Conditions/Terms-e-Document.aspx.  Attention is drawn to the limitation 
of liability, indemnification and jurisdiction issues defined therein.  Any holder of this document is advised that information contained 
hereon reflects the Company’s findings at the time of its intervention only and within the limits of Client’s instructions, if any.  The 
Company’s sole responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their 
rights and obligations under the transaction documents.  This document cannot be reproduced except in full, without prior written 
approval of the Company.  Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful 
and offenders may be prosecuted to the fullest extent of the law.  Unless otherwise stated the results shown in this test report refer only 
to the sample(s) tested and such sample(s) are retained for 45 days only.”  
 
SGS North America Inc. Consumer & Retail Testing Services.  291 Fairfield Ave., Fairfield, NJ 07004, USA  t (973) 575-5252  f (973) 575-7175 www.us.sgs.com/cts 


 
Member of the SGS Group (SGS SA) 


Remarks:     Recommended Max. Limit / Client Requirement:  
 PFOS and PFOA 1 (ppm) 
 Others Not Applicable 


 
#APFO test result is based on the calculation of PFOA and to the worst-case scenario. 
^ PFOS refer to Perfluorooctanesulfonic acid and its derivatives including 
Perfluoroctanesulfonic acid, Perfluoroctane sulfonamide, N-Methylperfluoroctane 
sulfonamide, N-Ethylperfluoroctane sulfonamide, N-Methylperfluoroctane 
sulfonamidoethanol and N-Ethylperfluoroctane sulfonamidoethanol 


  



http://www.sgs.com/en/Terms-and-Conditions.aspx

http://www.sgs.com/en/Terms-and-Conditions/Terms-e-Document.aspx





 
 Test Report No. 4650949-CH01            Date:  July 31, 2020 Page 6 of 7 


“This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or 
accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx and, for electronic format documents, subject to Terms and Conditions 
for Electronic Documents at http://www.sgs.com/en/Terms-and-Conditions/Terms-e-Document.aspx.  Attention is drawn to the limitation 
of liability, indemnification and jurisdiction issues defined therein.  Any holder of this document is advised that information contained 
hereon reflects the Company’s findings at the time of its intervention only and within the limits of Client’s instructions, if any.  The 
Company’s sole responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their 
rights and obligations under the transaction documents.  This document cannot be reproduced except in full, without prior written 
approval of the Company.  Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful 
and offenders may be prosecuted to the fullest extent of the law.  Unless otherwise stated the results shown in this test report refer only 
to the sample(s) tested and such sample(s) are retained for 45 days only.”  
 
SGS North America Inc. Consumer & Retail Testing Services.  291 Fairfield Ave., Fairfield, NJ 07004, USA  t (973) 575-5252  f (973) 575-7175 www.us.sgs.com/cts 


 
Member of the SGS Group (SGS SA) 


4.  US California Proposition 65 – Lead Content 
 
Substrates: 
 
Test Method: With reference to CPSC Test Method: CPSC-CH-E1002-08.1 (for non-metal materials) and 
CPSC-CH-E1001-08.1 (for metal materials). Analysis was performed by ICP-OES and/or ICP-MS. 
 


Test Item 
Results (ppm) Reporting 


Limit (ppm) 
Reference 


Limit (ppm) 1 


Lead   (Pb) 5.19 5 100 


Conclusion PASS -- -- 


 
Sample Description: 


1. Footprint Drink Carrier 
 


Note :  1. ppm = parts per million 
   2. mg/kg = ppm 
   3. 1% = 10000 ppm (mg/kg) 


4. ND = Not Detected 
 
Remark: The reference limit applied in testing is based on particular prop 65 settlements that are 


most similar to the tested product in the opinion of the lab. The testing in this report does 
not reflect a user’s actual exposure to the tested chemical.  
A manufacturer or retailer that is not named in the referenced settlement is not bound by 
that settlement, and may choose to comply with Proposition 65 by clearly informing the 
consumer of potential exposure. 
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Member of the SGS Group (SGS SA) 


Sample Photo(s): 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


SGS authenticates the photo(s) on the original report only 
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Member of the SGS Group (SGS SA) 


Footprint  
250 E Germann Road 
Gilbert, AZ 85297 
United States 
 
The following sample(s) was/were submitted 
and identified by/on behalf of the client as: 


EcoSentials Bamboo 13” Pizza Plate 
Sample/Style No: QSR-P130-500 
Color: Kraft/Natural 
Product End Use: Food Container 
 


 
Sample Received Date: 7/20/2020  
   
Testing Period: 7/22/2020 – 7/30/2020  


  


 


Test Requested : Please refer to the result summary. 


   


   


Test Method & Results : Please refer to next page(s). 


   


   


Result Summary :  


  Test Requested Conclusion  


  1. US FDA 21 CFR 176.170 (Paper and Paperboard) – 
Determination of Amount of Net Chloroform 
Soluble Extractives 


PASS 


  2. US Model Toxics in Packaging Legislation (TPCH: 
Toxics in Packaging Clearing House) (formerly 
drafted by CONEG) – Total Lead, Cadmium, 
Mercury and Hexavalent Chromium Content 


PASS 


  3. Perfluorinated Compounds (PFCs) See Test Results 


  4. US California Proposition 65 – Lead Content PASS 


 


 


 


 


 


Signed for and on behalf of SGS North America, Inc.  Prepared By: 


 


  


Shaina Gibbons 
Technical Report Writer, Chemistry Laboratory 


 Crystal Melecio 
Report Writer, Chemistry Laboratory 
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Member of the SGS Group (SGS SA) 


1. US FDA 21 CFR 176.170 (Paper and Paperboard) – Determination of Amount of Net Chloroform 
Soluble Extractives 
 
Test Method: With reference to US FDA 21 CFR 176.170. 
 


Extractants Test Condition 


Results 
(mg/inch2) 


Reporting Limit 
(mg/inch2) 


Permissible 
Limit (mg/inch2) 


1 


Distilled Water 250oF for 2 hours ND 0.2 0.5 


n-Heptane  150oF for 2 hours ND 0.2 0.5 


Conclusion  -- PASS  -- -- 


 
Sample Description: 


1. EcoSentials Bamboo 13” Pizza Plate 
 
Note : 1. mg/inch2 = milligram per square inch 


2. ºF = degrees Fahrenheit 
3. ND = Not Detected 
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Member of the SGS Group (SGS SA) 


2. US Model Toxics in Packaging Legislation (TPCH: Toxics in Packaging Clearing House) (formerly 
drafted by CONEG) – Total Lead, Cadmium, Mercury and Hexavalent Chromium Content 
 
Test Method: Lead, Cadmium, Mercury and Total Chromium were analyzed by ICP-OES and/or ICP-MS. 
Chromium VI was analyzed by UV-Visible Spectroscopy.  
 


Test Item 
Results (ppm) Reporting 


Limit (ppm) 
Permissible 
Limit (ppm) 1 


Lead (Pb) ND 5 -- 


Cadmium (Cd) ND 5 -- 


Mercury (Hg) ND 5 -- 


Hexavalent Chromium (Cr(VI)) ND* 10 -- 


Total   ND -- 100 


Conclusion PASS -- -- 


 
Sample Description: 


1. EcoSentials Bamboo 13” Pizza Plate 
 


Note :  1. ppm = parts per million 
   2. mg/kg = ppm 
   3. 1% = 10000 ppm (mg/kg) 


4. ND = Not Detected 
5. * = Hexavalent Chromium determination using UV-Visible Spectroscopy was not performed, as 
total chromium found in the sample does not contribute to the hexavalent chromium content at a 
level exceeding the permissible limit. 


 
Remark  : The TPCH legislation has been enacted by California, Connecticut, Florida, Georgia, Illinois, Iowa, 


Maine, Maryland, Minnesota, Missouri, New Hampshire, New Jersey, New York, Pennsylvania, 
Rhode Island, Vermont, Virginia, Washington and Wisconsin. 
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Member of the SGS Group (SGS SA) 


3. Perfluorinated Compounds (PFCs) 
  
Test Method: SGS In-House method analysis with High Performance Liquid Chromatography – Mass 
Selective Detector (HPLC-MSD). 
 


Perfluorinated Compounds  CAS-No. 
Results (ppm) Reporting Limit 


(ppm) 1 


Perfluorobutane Acid (PFBA) 375-22-4 ND 1 


Perfluorobutane Sulfonate (PFBS) 375-73-5 ND 1 


Perfluoropentane Acid (PFPA) 2706-90-3 ND 1 


Perfluorohexane Acid (PFHxA) 307-24-4 ND 1 


Perfluorohexane Sulfonate (PFHxS) 355-46-4 ND 1 


Perfluoroheptane Acid (PFHpA) 375-85-9 ND 1 


Perfluoroheptane Sulfonate (PFHpS) 375-92-8 ND 1 


Perfluorooctanoic Acid (PFOA) 335-67-1 ND 1 


Perfluorooctane Sulfonate (PFOS)^ Various ND 1 


Perfluorooctane Sulfonamide (PFOSA) 754-91-6 ND 1 


2-(N-methylperfluoro- 1-octanesulfonamido) - ethanol 
(MeFOSE) 


24448-09-7 ND 1 


2-(N-ethylperfluoro-1-octanesulfonamido)-ethanol 
(EtFOSE) 


1691-99-2 ND 1 


N-methylperfluoro-1-octanesulfonamide (MeFOSA) 31506-32-8 ND 1 


N-ethylperfluoro-1-octanesulfonamide (EtFOSA) 4151-50-2 ND 1 


Perfluorodecane Sulfonate (PFDS) 126105-34-8 ND 1 


Perfluorononane Acid (PFNA) 375-95-1 ND 1 


Perfluorodecane Acid (PFDA) 335-76-2 ND 1 


Perfluoroundecanoic Acid (PFUnA) 2058-94-8 ND 1 


Perfluorododecanoic Acid (PFDoA) 307-55-1 ND 1 


Perfluorotridecanoic Acid (PFTrA) 72629-94-8 ND 1 


Perfluorotetradecanoic Acid (PFTeA) 376-06-7 ND 1 


Perfluoro-3,7-dimethyloctanoic Acid (PF-3,7-DMOA) 172155-07-6 ND 1 


7H-Dodecanefluoroheptane Acid (HPFHpA) 1546-95-8 ND 1 


2H,2H-Perfluorodecane Acid (H2PFDA) 882489-14-7 ND 1 


2H,2H,3H,3H-Perfluoroundecanoic Acid (H4PFUnA) 34598-33-9 ND 1 


Perfluorooctanesulphonic Acid 1H,1H,2H,2H (H4PFOS; 
6:2) 


27619-97-2 ND 1 


Conclusion -- -- -- 


  
Sample Description: 


1. EcoSentials Bamboo 13” Pizza Plate 
 
Note :  1. ppm = parts per million 
   2. mg/kg = ppm 
   3. 1% = 10000 ppm (mg/kg) 


4. ND = Not Detected 
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Member of the SGS Group (SGS SA) 


Remarks:     Recommended Max. Limit / Client Requirement:  
 PFOS and PFOA 1 (ppm) 
 Others Not Applicable 


 
#APFO test result is based on the calculation of PFOA and to the worst-case scenario. 
^ PFOS refer to Perfluorooctanesulfonic acid and its derivatives including 
Perfluoroctanesulfonic acid, Perfluoroctane sulfonamide, N-Methylperfluoroctane 
sulfonamide, N-Ethylperfluoroctane sulfonamide, N-Methylperfluoroctane 
sulfonamidoethanol and N-Ethylperfluoroctane sulfonamidoethanol 
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Member of the SGS Group (SGS SA) 


4. US California Proposition 65 – Lead Content 


 


Test Method: With reference to CPSC Test Method: CPSC-CH-E1002-08.1 (for non-metal materials) and 
CPSC-CH-E1001-08.1 (for metal materials). Analysis was performed by ICP-OES and/or ICP-MS. 
 


Test Item 
Results (ppm) Reporting 


Limit (ppm) 
Reference 


Limit (ppm) 1 


Lead (Pb) ND 5 100 


Conclusion PASS -- -- 


 
Sample Description: 


1. EcoSentials Bamboo 13” Pizza Plate 
 
Note :  1. ppm = parts per million 
   2. mg/kg = ppm 
   3. 1% = 10000 ppm (mg/kg) 


4. ND = Not Detected 
             
Remark: The reference limit applied in testing is based on particular prop 65 settlements that are 


most similar to the tested product in the opinion of the lab. The testing in this report does 
not reflect a user’s actual exposure to the tested chemical.  
A manufacturer or retailer that is not named in the referenced settlement is not bound by 
that settlement, and may choose to comply with Proposition 65 by clearly informing the 
consumer of potential exposure. 
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Member of the SGS Group (SGS SA) 
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Sample Photo(s): 
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Footprint  
250 E Germann Road 
Gilbert, AZ 85297 
United States 
 
The following sample(s) was/were submitted 
and identified by/on behalf of the client as: 


Footprint 3 Compartment Plate 
Color: Kraft/Natural 
Sample/Style No.: ECO-P103-000 
Product End Use: Food Plate  


 
Sample Received Date: 3/12/2020  
   
Testing Period: 3/12/2020 – 3/16/2020  


  


 


Test Requested : Please refer to the result summary. 


   


   


Test Method & Results : Please refer to next page(s). 


   


   


Result Summary :  


  Test Requested Conclusion  


  1. Perfluorinated Compounds (PFCs) See Test Results 


 


 


 


 


 


 


 


 


 


 


Signed for and on behalf of SGS North America, Inc.  Prepared By: 


 


  


Shaina Gibbons 
Technical Report Writer, Chemistry Laboratory 


 Crystal Melecio 
Report Writer, Chemistry Laboratory 
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1. Perfluorinated Compounds (PFCs) 
  
Test Method: SGS In-House method analysis with High Performance Liquid Chromatography – Mass 
Selective Detector (HPLC-MSD). 
 


Perfluorinated Compounds  CAS-No. 
Results (ppm) Reporting 


Limit (ppm) 1 


Perfluorobutane Acid (PFBA) 375-22-4 ND 1 


Perfluorobutane Sulfonate (PFBS) 375-73-5 ND 1 


Perfluoropentane Acid (PFPA) 2706-90-3 ND 1 


Perfluorohexane Acid (PFHxA) 307-24-4 ND 1 


Perfluorohexane Sulfonate (PFHxS) 355-46-4 ND 1 


Perfluoroheptane Acid (PFHpA) 375-85-9 ND 1 


Perfluoroheptane Sulfonate (PFHpS) 375-92-8 ND 1 


Perfluorooctanoic Acid (PFOA) 335-67-1 ND 1 


Perfluorooctane Sulfonate (PFOS)^ Various ND 1 


Perfluorooctane Sulfonamide (PFOSA) 754-91-6 ND 1 


2-(N-methylperfluoro- 1-octanesulfonamido) - ethanol 
(MeFOSE) 


24448-09-7 ND 1 


2-(N-ethylperfluoro-1-octanesulfonamido)-ethanol (EtFOSE) 1691-99-2 ND 1 


N-methylperfluoro-1-octanesulfonamide (MeFOSA) 31506-32-8 ND 1 


N-ethylperfluoro-1-octanesulfonamide (EtFOSA) 4151-50-2 ND 1 


Perfluorodecane Sulfonate (PFDS) 126105-34-8 ND 1 


Perfluorononane Acid (PFNA) 375-95-1 ND 1 


Perfluorodecane Acid (PFDA) 335-76-2 ND 1 


Perfluoroundecanoic Acid (PFUnA) 2058-94-8 ND 1 


Perfluorododecanoic Acid (PFDoA) 307-55-1 ND 1 


Perfluorotridecanoic Acid (PFTrA) 72629-94-8 ND 1 


Perfluorotetradecanoic Acid (PFTeA) 376-06-7 ND 1 


Perfluoro-3,7-dimethyloctanoic Acid (PF-3,7-DMOA) 172155-07-6 ND 1 


7H-Dodecanefluoroheptane Acid (HPFHpA) 1546-95-8 ND 1 


2H,2H-Perfluorodecane Acid (H2PFDA) 882489-14-7 ND 1 


2H,2H,3H,3H-Perfluoroundecanoic Acid (H4PFUnA) 34598-33-9 ND 1 


Perfluorooctanesulphonic Acid 1H,1H,2H,2H (H4PFOS; 6:2) 27619-97-2 ND 1 


Conclusion -- -- -- 


  
Sample Description: 


1. Footprint 3 Compartment Plate 
 
Note :  1. ppm = parts per million 
   2. mg/kg = ppm 
   3. 1% = 10000 ppm (mg/kg) 


4. ND = Not Detected 
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Remarks:     Recommended Max. Limit / Client Requirement:  
 PFOS and PFOA 1 (ppm) 
 Others Not Applicable 


 
#APFO test result is based on the calculation of PFOA and to the worst-case scenario. 
^ PFOS refer to Perfluorooctanesulfonic acid and its derivatives including 
Perfluoroctanesulfonic acid, Perfluoroctane sulfonamide, N-Methylperfluoroctane 
sulfonamide, N-Ethylperfluoroctane sulfonamide, N-Methylperfluoroctane 
sulfonamidoethanol and N-Ethylperfluoroctane sulfonamidoethanol 
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Sample Photo(s): 
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Footprint  
250 E Germann Road 
Gilbert, AZ 85297 
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The following sample(s) was/were submitted 
and identified by/on behalf of the client as: 


Sweet Green Bowl 
Color: Kraft/Natural 
Sample/Style No.: ECO-B032-000 
Product End Use: Food Bowl 


 
Sample Received Date: 3/12/2020  
   
Testing Period: 3/12/2020 – 3/16/2020  


  


 


Test Requested : Please refer to the result summary. 


   


   


Test Method & Results : Please refer to next page(s). 


   


   


Result Summary :  


  Test Requested Conclusion  


  1. Perfluorinated Compounds (PFCs) See Test Results 


 


 


 


 


 


 


 


 


 


 


 


 


Signed for and on behalf of SGS North America, Inc.  Prepared By: 


 


  


Shaina Gibbons 
Technical Report Writer, Chemistry Laboratory 


 Crystal Melecio 
Report Writer, Chemistry Laboratory 
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Member of the SGS Group (SGS SA) 


1. Perfluorinated Compounds (PFCs) 
  
Test Method: SGS In-House method analysis with High Performance Liquid Chromatography – Mass 
Selective Detector (HPLC-MSD). 
 


Perfluorinated Compounds  CAS-No. 
Results (ppm) Reporting 


Limit (ppm) 1 


Perfluorobutane Acid (PFBA) 375-22-4 ND 1 


Perfluorobutane Sulfonate (PFBS) 375-73-5 ND 1 


Perfluoropentane Acid (PFPA) 2706-90-3 ND 1 


Perfluorohexane Acid (PFHxA) 307-24-4 ND 1 


Perfluorohexane Sulfonate (PFHxS) 355-46-4 ND 1 


Perfluoroheptane Acid (PFHpA) 375-85-9 ND 1 


Perfluoroheptane Sulfonate (PFHpS) 375-92-8 ND 1 


Perfluorooctanoic Acid (PFOA) 335-67-1 ND 1 


Perfluorooctane Sulfonate (PFOS)^ Various ND 1 


Perfluorooctane Sulfonamide (PFOSA) 754-91-6 ND 1 


2-(N-methylperfluoro- 1-octanesulfonamido) - ethanol 
(MeFOSE) 


24448-09-7 ND 1 


2-(N-ethylperfluoro-1-octanesulfonamido)-ethanol (EtFOSE) 1691-99-2 ND 1 


N-methylperfluoro-1-octanesulfonamide (MeFOSA) 31506-32-8 ND 1 


N-ethylperfluoro-1-octanesulfonamide (EtFOSA) 4151-50-2 ND 1 


Perfluorodecane Sulfonate (PFDS) 126105-34-8 ND 1 


Perfluorononane Acid (PFNA) 375-95-1 ND 1 


Perfluorodecane Acid (PFDA) 335-76-2 ND 1 


Perfluoroundecanoic Acid (PFUnA) 2058-94-8 ND 1 


Perfluorododecanoic Acid (PFDoA) 307-55-1 ND 1 


Perfluorotridecanoic Acid (PFTrA) 72629-94-8 ND 1 


Perfluorotetradecanoic Acid (PFTeA) 376-06-7 ND 1 


Perfluoro-3,7-dimethyloctanoic Acid (PF-3,7-DMOA) 172155-07-6 ND 1 


7H-Dodecanefluoroheptane Acid (HPFHpA) 1546-95-8 ND 1 


2H,2H-Perfluorodecane Acid (H2PFDA) 882489-14-7 ND 1 


2H,2H,3H,3H-Perfluoroundecanoic Acid (H4PFUnA) 34598-33-9 ND 1 


Perfluorooctanesulphonic Acid 1H,1H,2H,2H (H4PFOS; 6:2) 27619-97-2 ND 1 


Conclusion -- -- -- 


  


  
Sample Description: 


1. Sweet Green Bowl 
 
 
Note :  1. ppm = parts per million 
   2. mg/kg = ppm 
   3. 1% = 10000 ppm (mg/kg) 


4. ND = Not Detected 
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Member of the SGS Group (SGS SA) 


Remarks:     Recommended Max. Limit / Client Requirement:  
 PFOS and PFOA 1 (ppm) 
 Others Not Applicable 


 
#APFO test result is based on the calculation of PFOA and to the worst-case scenario. 
^ PFOS refer to Perfluorooctanesulfonic acid and its derivatives including 
Perfluoroctanesulfonic acid, Perfluoroctane sulfonamide, N-Methylperfluoroctane 
sulfonamide, N-Ethylperfluoroctane sulfonamide, N-Methylperfluoroctane 
sulfonamidoethanol and N-Ethylperfluoroctane sulfonamidoethanol 
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Member of the SGS Group (SGS SA) 


Sample Photo(s): 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


SGS authenticates the photo(s) on the original report only 
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Member of the SGS Group (SGS SA) 


Footprint  
250 E Germann Road 
Gilbert, AZ 85297 
United States 
 
The following sample(s) was/were submitted 
and identified by/on behalf of the client as: 


Footprint Clam Shell 
Color: Kraft/Natural 
Sample/Style No.: ECO-CO93-000 
Product End Use: Food Container 


 
Sample Received Date: 3/12/2020  
   
Testing Period: 3/12/2020 – 3/16/2020  


  


 


Test Requested : Please refer to the result summary. 


   


   


Test Method & Results : Please refer to next page(s). 


   


   


Result Summary :  


  Test Requested Conclusion  


  1. Perfluorinated Compounds (PFCs) See Test Results 


 


 


 


 


 


 


 


 


 


 


Signed for and on behalf of SGS North America, Inc.  Prepared By: 


 


  


Shaina Gibbons 
Technical Report Writer, Chemistry Laboratory 


 Crystal Melecio 
Report Writer, Chemistry Laboratory 
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Member of the SGS Group (SGS SA) 


1. Perfluorinated Compounds (PFCs) 
  
Test Method: SGS In-House method analysis with High Performance Liquid Chromatography – Mass 
Selective Detector (HPLC-MSD). 
 


Perfluorinated Compounds  CAS-No. 
Results (ppm) Reporting 


Limit (ppm) 1 


Perfluorobutane Acid (PFBA) 375-22-4 ND 1 


Perfluorobutane Sulfonate (PFBS) 375-73-5 ND 1 


Perfluoropentane Acid (PFPA) 2706-90-3 ND 1 


Perfluorohexane Acid (PFHxA) 307-24-4 ND 1 


Perfluorohexane Sulfonate (PFHxS) 355-46-4 ND 1 


Perfluoroheptane Acid (PFHpA) 375-85-9 ND 1 


Perfluoroheptane Sulfonate (PFHpS) 375-92-8 ND 1 


Perfluorooctanoic Acid (PFOA) 335-67-1 ND 1 


Perfluorooctane Sulfonate (PFOS)^ Various ND 1 


Perfluorooctane Sulfonamide (PFOSA) 754-91-6 ND 1 


2-(N-methylperfluoro- 1-octanesulfonamido) - ethanol 
(MeFOSE) 


24448-09-7 ND 1 


2-(N-ethylperfluoro-1-octanesulfonamido)-ethanol (EtFOSE) 1691-99-2 ND 1 


N-methylperfluoro-1-octanesulfonamide (MeFOSA) 31506-32-8 ND 1 


N-ethylperfluoro-1-octanesulfonamide (EtFOSA) 4151-50-2 ND 1 


Perfluorodecane Sulfonate (PFDS) 126105-34-8 ND 1 


Perfluorononane Acid (PFNA) 375-95-1 ND 1 


Perfluorodecane Acid (PFDA) 335-76-2 ND 1 


Perfluoroundecanoic Acid (PFUnA) 2058-94-8 ND 1 


Perfluorododecanoic Acid (PFDoA) 307-55-1 ND 1 


Perfluorotridecanoic Acid (PFTrA) 72629-94-8 ND 1 


Perfluorotetradecanoic Acid (PFTeA) 376-06-7 ND 1 


Perfluoro-3,7-dimethyloctanoic Acid (PF-3,7-DMOA) 172155-07-6 ND 1 


7H-Dodecanefluoroheptane Acid (HPFHpA) 1546-95-8 ND 1 


2H,2H-Perfluorodecane Acid (H2PFDA) 882489-14-7 ND 1 


2H,2H,3H,3H-Perfluoroundecanoic Acid (H4PFUnA) 34598-33-9 ND 1 


Perfluorooctanesulphonic Acid 1H,1H,2H,2H (H4PFOS; 6:2) 27619-97-2 ND 1 


Conclusion -- -- -- 


  


  
Sample Description: 


1. Footprint Clam Shell 
 
Note :  1. ppm = parts per million 
   2. mg/kg = ppm 
   3. 1% = 10000 ppm (mg/kg) 


4. ND = Not Detected 
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Member of the SGS Group (SGS SA) 


Remarks:     Recommended Max. Limit / Client Requirement:  
 PFOS and PFOA 1 (ppm) 
 Others Not Applicable 


 
#APFO test result is based on the calculation of PFOA and to the worst-case scenario. 
^ PFOS refer to Perfluorooctanesulfonic acid and its derivatives including 
Perfluoroctanesulfonic acid, Perfluoroctane sulfonamide, N-Methylperfluoroctane 
sulfonamide, N-Ethylperfluoroctane sulfonamide, N-Methylperfluoroctane 
sulfonamidoethanol and N-Ethylperfluoroctane sulfonamidoethanol 
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Member of the SGS Group (SGS SA) 


Sample Photo(s): 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


SGS authenticates the photo(s) on the original report only 
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Member of the SGS Group (SGS SA) 


Footprint LLC 
250 E Germann Road 
Gilbert, AZ 85297 
United States 
 
The following sample(s) was/were submitted 
and identified by/on behalf of the client as: 


Footprint Ecosentials Tray Sample 
Color: Kraft/Natural 
Sample/Style No.: Form: Bamboo C 
Product End Use: Tray for Food 


 
Sample Received Date: 12/10/2019  
   
Testing Period: 12/10/2019 – 12/13/2019  


 


   


Test Requested : Please refer to the result summary. 


   


   


Test Method & Results : Please refer to next page(s). 


   


   


Result Summary :  


  Test Requested Conclusion  


  1. US Model Toxics in Packaging Legislation 
(TPCH: Toxics in Packaging Clearing House) 
(formerly drafted by CONEG) – Total Lead, 
Cadmium, Mercury and Hexavalent Chromium 
Content 


PASS 


  2. Perfluorooctane Sulfonates (PFOS) 


Content 
See Test Results 


  3. Perfluorooctanoic Acid (PFOA) Content See Test Results 


 


 


 


 


Signed for and on behalf of SGS North America, Inc.  Prepared By: 


 


  


Shaina Gibbons 
Technical Report Writer, Chemistry Laboratory 


 Crystal Melecio 
Report Writer, Chemistry Laboratory 
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Member of the SGS Group (SGS SA) 


1. US Model Toxics in Packaging Legislation (TPCH: Toxics in Packaging Clearing House) (formerly 
drafted by CONEG) – Total Lead, Cadmium, Mercury and Hexavalent Chromium Content 
 
Test Method: Lead, Cadmium, Mercury and Total Chromium were analyzed by ICP-OES, ICP-MS and/or 
HD-XRF and Chromium VI was analyzed by UV-Visible Spectroscopy.  
 


Test Item 
Results (ppm) Detection 


Limit (ppm) 
Permissible 
Limit (ppm) 1 


Lead (Pb) ND 5 -- 


Cadmium (Cd) ND 5 -- 


Mercury (Hg) ND 5 -- 


Hexavalent Chromium (Cr(VI)) ND* 10 -- 


Total   ND -- 100 


Conclusion PASS -- -- 


 
Sample Description: 


1. Footprint Ecosentials Tray Sample 
 
Note :  1. ppm = parts per million 
   2. mg/kg = ppm 
   3. ND = Not Detected 


  4. * = Hexavalent Chromium determination using UV-Visible Spectroscopy was not performed, as 
total chromium found in the sample does not contribute to the hexavalent chromium content at a 
level exceeding the permissible limit. 


 
Remark  : The TPCH legislation has been enacted by California, Connecticut, Florida, Georgia, Illinois, Iowa, 


Maine, Maryland, Minnesota, Missouri, New Hampshire, New Jersey, New York, Pennsylvania, 
Rhode Island, Vermont, Virginia, Washington and Wisconsin. 
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Member of the SGS Group (SGS SA) 


2. Perfluorooctane Sulfonates (PFOS) Content  
 
Test Method: Solvent extraction followed by analysis with High Performance Liquid Chromatography – Mass 
Selective Detector (HPLC-MSD). 
 


Test Item 
Results 
(ppm) 


Detection 
Limit (ppm) 


1 


Perfluorooctane Sulfonates (PFOS)# ND 1 


Comment -- -- 


 
Sample Description: 


1. Footprint Ecosentials Tray Sample 
 
Note :  1. ppm = parts per million 
   2. mg/kg = ppm 
   3. 1% = 10000 ppm (mg/kg) 


4. ND = Not Detected 
5. # = Perfluorooctane Sulfonates (PFOS) are represented by sum of PFOS – Acid, PFOS – Metal 


Salt and PFOS – Amide. 
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Member of the SGS Group (SGS SA) 


3. Perfluorooctanoic Acid (PFOA) Content 
 
Test Method: Solvent extraction followed by analysis with High Performance Liquid Chromatography – Mass 
Selective Detector (HPLC-MSD). 
 


Test Item 
Results 
(ppm) 


Detection 
Limit (ppm) 


1 


Perfluorooctanoic Acid (PFOA) ND 1 


Comment -- -- 


 
Sample Description: 


1. Footprint Ecosentials Tray Sample 
 
Note :  1. ppm = parts per million 
   2. mg/kg = ppm 
   3. 1% = 10000 ppm (mg/kg) 


4. ND = Not Detected 
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Footprint LLC 
250 E Germann Road 
Gilbert, AZ 85297 
United States 
 
The following sample(s) was/were submitted 
and identified by/on behalf of the client as: 


Footprint Ecosentials Test Samples 
Color: Kraft/Natural 
Sample/Style No.: Form: C 
Product End Use: Food Bowl 


 
Sample Received Date: 12/10/2019  
   
Testing Period: 12/10/2019 – 12/13/2019  


 


   


Test Requested : Please refer to the result summary. 


   


   


Test Method & Results : Please refer to next page(s). 


   


   


Result Summary :  


  Test Requested Conclusion  


  1. US Model Toxics in Packaging Legislation 
(TPCH: Toxics in Packaging Clearing House) 
(formerly drafted by CONEG) – Total Lead, 
Cadmium, Mercury and Hexavalent Chromium 
Content 


PASS 


  2. Perfluorooctane Sulfonates (PFOS) 


Content 
See Test Results 


  3. Perfluorooctanoic Acid (PFOA) Content See Test Results 


 


 


 


 


Signed for and on behalf of SGS North America, Inc.  Prepared By: 


 


  


Shaina Gibbons 
Technical Report Writer, Chemistry Laboratory 


 Crystal Melecio 
Report Writer, Chemistry Laboratory 
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1. US Model Toxics in Packaging Legislation (TPCH: Toxics in Packaging Clearing House) (formerly 
drafted by CONEG) – Total Lead, Cadmium, Mercury and Hexavalent Chromium Content 
 
Test Method: Lead, Cadmium, Mercury and Total Chromium were analyzed by ICP-OES, ICP-MS and/or 
HD-XRF and Chromium VI was analyzed by UV-Visible Spectroscopy.  
 


Test Item 
Results (ppm) Detection 


Limit (ppm) 
Permissible 
Limit (ppm) 1 


Lead (Pb) ND 5 -- 


Cadmium (Cd) ND 5 -- 


Mercury (Hg) ND 5 -- 


Hexavalent Chromium (Cr(VI)) ND* 10 -- 


Total   ND -- 100 


Conclusion PASS -- -- 


 
Sample Description: 


1. Footprint Ecosentials Test Samples 
 
Note :  1. ppm = parts per million 
   2. mg/kg = ppm 
   3. ND = Not Detected 


  4. * = Hexavalent Chromium determination using UV-Visible Spectroscopy was not performed, as 
total chromium found in the sample does not contribute to the hexavalent chromium content at a 
level exceeding the permissible limit. 


 
Remark  : The TPCH legislation has been enacted by California, Connecticut, Florida, Georgia, Illinois, Iowa, 


Maine, Maryland, Minnesota, Missouri, New Hampshire, New Jersey, New York, Pennsylvania, 
Rhode Island, Vermont, Virginia, Washington and Wisconsin. 
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Member of the SGS Group (SGS SA) 


2. Perfluorooctane Sulfonates (PFOS) Content  
 
Test Method: Solvent extraction followed by analysis with High Performance Liquid Chromatography – Mass 
Selective Detector (HPLC-MSD). 
 


Test Item 
Results 
(ppm) 


Detection 
Limit (ppm) 


1 


Perfluorooctane Sulfonates (PFOS)# ND 1 


Comment -- -- 


 
Sample Description: 


1. Footprint Ecosentials Test Samples 
 
Note :  1. ppm = parts per million 
   2. mg/kg = ppm 
   3. 1% = 10000 ppm (mg/kg) 


4. ND = Not Detected 
5. # = Perfluorooctane Sulfonates (PFOS) are represented by sum of PFOS – Acid, PFOS – Metal 


Salt and PFOS – Amide. 
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Member of the SGS Group (SGS SA) 


3. Perfluorooctanoic Acid (PFOA) Content 
 
Test Method: Solvent extraction followed by analysis with High Performance Liquid Chromatography – Mass 
Selective Detector (HPLC-MSD). 
 


Test Item 
Results 
(ppm) 


Detection 
Limit (ppm) 


1 


Perfluorooctanoic Acid (PFOA) ND 1 


Comment -- -- 


 
Sample Description: 


1. Footprint Ecosentials Test Samples 
 
Note :  1. ppm = parts per million 
   2. mg/kg = ppm 
   3. 1% = 10000 ppm (mg/kg) 


4. ND = Not Detected 
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Sample Photo(s):  
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Member of the SGS Group (SGS SA) 


Footprint  
250 E Germann Road 
Gilbert, AZ 85297 
United States 
 
The following sample(s) was/were submitted 
and identified by/on behalf of the client as: 


EcoSentials Genesis PFA Free-Spray Coated 9” 3 
Cavity Clamshells 
Sample/Style No: ECO-C093-000 
Color: Kraft/Natural 
Product End Use: Food Container 
 


 
Sample Received Date: 7/20/2020  
   
Testing Period: 7/22/2020 – 7/29/2020  


  


 


Test Requested : Please refer to the result summary. 


   


   


Test Method & Results : Please refer to next page(s). 


   


   


Result Summary :  


  Test Requested Conclusion  


  1. US FDA 21 CFR 176.170 (Paper and Paperboard) – 
Determination of Amount of Net Chloroform 
Soluble Extractives 


PASS 


  2. US Model Toxics in Packaging Legislation (TPCH: 
Toxics in Packaging Clearing House) (formerly 
drafted by CONEG) – Total Lead, Cadmium, 
Mercury and Hexavalent Chromium Content 


PASS 


  3. Perfluorinated Compounds (PFCs) See Test Results 


  4. US California Proposition 65 – Lead Content  PASS 


  5. US California Proposition 65 – Phthalate Content  PASS 


 


 


 


Signed for and on behalf of SGS North America, Inc.  Prepared By: 


   


Sandip Ramolia 
Senior Analytical Chemist, Chemistry Laboratory 


 Crystal Melecio 
Report Writer, Chemistry Laboratory 
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Member of the SGS Group (SGS SA) 


1. US FDA 21 CFR 176.170 (Paper and Paperboard) – Determination of Amount of Net Chloroform 
Soluble Extractives 
 
Test Method: With reference to US FDA 21 CFR 176.170. 
 


Extractants Test Condition 


Results 
(mg/inch2) 


Reporting Limit 
(mg/inch2) 


Permissible 
Limit (mg/inch2) 


1 


Distilled Water 250oF for 2 hours ND 0.2 0.5 


n-Heptane  150oF for 2 hours ND 0.2 0.5 


Conclusion  -- PASS  -- -- 


 
Sample Description: 


1. EcoSentials Genesis PFA Free-Spray Coated 9” 3 Cavity Clamshells 
 
Note : 1. mg/inch2 = milligram per square inch 


2. ºF = degrees Fahrenheit 
3. ND = Not Detected 
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Member of the SGS Group (SGS SA) 


2. US Model Toxics in Packaging Legislation (TPCH: Toxics in Packaging Clearing House) (formerly 
drafted by CONEG) – Total Lead, Cadmium, Mercury and Hexavalent Chromium Content 
 
Test Method: Lead, Cadmium, Mercury and Total Chromium were analyzed by ICP-OES, ICP-MS and/or 
HD-XRF and Chromium VI was analyzed by UV-Visible Spectroscopy.  
 


Test Item 
Results (ppm) Reporting 


Limit (ppm) 
Permissible 
Limit (ppm) 1 


Lead (Pb) ND 5 -- 


Cadmium (Cd) ND 5 -- 


Mercury (Hg) ND 5 -- 


Hexavalent Chromium (Cr(VI)) ND* 10 -- 


Total   ND -- 100 


Conclusion PASS -- -- 


 
Sample Description: 


1. EcoSentials Genesis PFA Free-Spray Coated 9” 3 Cavity Clamshells 
 


Note :  1. ppm = parts per million 
   2. mg/kg = ppm 
   3. 1% = 10000 ppm (mg/kg) 


4. ND = Not Detected 
5. * = Hexavalent Chromium determination using UV-Visible Spectroscopy was not performed, as 
total chromium found in the sample does not contribute to the hexavalent chromium content at a 
level exceeding the permissible limit. 


 
Remark  : The TPCH legislation has been enacted by California, Connecticut, Florida, Georgia, Illinois, Iowa, 


Maine, Maryland, Minnesota, Missouri, New Hampshire, New Jersey, New York, Pennsylvania, 
Rhode Island, Vermont, Virginia, Washington and Wisconsin. 
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Member of the SGS Group (SGS SA) 


3. Perfluorinated Compounds (PFCs) 
  
Test Method: SGS In-House method analysis with High Performance Liquid Chromatography – Mass 
Selective Detector (HPLC-MSD). 
 


Perfluorinated Compounds  CAS-No. 
Results (ppm) Reporting Limit 


(ppm) 1 


Perfluorobutane Acid (PFBA) 375-22-4 ND 1 


Perfluorobutane Sulfonate (PFBS) 375-73-5 ND 1 


Perfluoropentane Acid (PFPA) 2706-90-3 ND 1 


Perfluorohexane Acid (PFHxA) 307-24-4 ND 1 


Perfluorohexane Sulfonate (PFHxS) 355-46-4 ND 1 


Perfluoroheptane Acid (PFHpA) 375-85-9 ND 1 


Perfluoroheptane Sulfonate (PFHpS) 375-92-8 ND 1 


Perfluorooctanoic Acid (PFOA) 335-67-1 ND 1 


Perfluorooctane Sulfonate (PFOS)^ Various ND 1 


Perfluorooctane Sulfonamide (PFOSA) 754-91-6 ND 1 


2-(N-methylperfluoro- 1-octanesulfonamido) - ethanol 
(MeFOSE) 


24448-09-7 ND 1 


2-(N-ethylperfluoro-1-octanesulfonamido)-ethanol 
(EtFOSE) 


1691-99-2 ND 1 


N-methylperfluoro-1-octanesulfonamide (MeFOSA) 31506-32-8 ND 1 


N-ethylperfluoro-1-octanesulfonamide (EtFOSA) 4151-50-2 ND 1 


Perfluorodecane Sulfonate (PFDS) 126105-34-8 ND 1 


Perfluorononane Acid (PFNA) 375-95-1 ND 1 


Perfluorodecane Acid (PFDA) 335-76-2 ND 1 


Perfluoroundecanoic Acid (PFUnA) 2058-94-8 ND 1 


Perfluorododecanoic Acid (PFDoA) 307-55-1 ND 1 


Perfluorotridecanoic Acid (PFTrA) 72629-94-8 ND 1 


Perfluorotetradecanoic Acid (PFTeA) 376-06-7 ND 1 


Perfluoro-3,7-dimethyloctanoic Acid (PF-3,7-DMOA) 172155-07-6 ND 1 


7H-Dodecanefluoroheptane Acid (HPFHpA) 1546-95-8 ND 1 


2H,2H-Perfluorodecane Acid (H2PFDA) 882489-14-7 ND 1 


2H,2H,3H,3H-Perfluoroundecanoic Acid (H4PFUnA) 34598-33-9 ND 1 


Perfluorooctanesulphonic Acid 1H,1H,2H,2H (H4PFOS; 
6:2) 


27619-97-2 ND 1 


Conclusion -- -- -- 


  
Sample Description: 


1. EcoSentials Genesis PFA Free-Spray Coated 9” 3 Cavity Clamshells 
 


Note :  1. ppm = parts per million 
   2. mg/kg = ppm 
   3. 1% = 10000 ppm (mg/kg) 


4. ND = Not Detected 
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Member of the SGS Group (SGS SA) 


Remarks:     Recommended Max. Limit / Client Requirement:  
 PFOS and PFOA 1 (ppm) 
 Others Not Applicable 


 
#APFO test result is based on the calculation of PFOA and to the worst-case scenario. 
^ PFOS refer to Perfluorooctanesulfonic acid and its derivatives including 
Perfluoroctanesulfonic acid, Perfluoroctane sulfonamide, N-Methylperfluoroctane 
sulfonamide, N-Ethylperfluoroctane sulfonamide, N-Methylperfluoroctane 
sulfonamidoethanol and N-Ethylperfluoroctane sulfonamidoethanol 
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4.  US California Proposition 65 – Lead Content 
 
Substrates: 
 
Test Method: With reference to CPSC Test Method: CPSC-CH-E1002-08.1 (for non-metal materials) and 
CPSC-CH-E1001-08.1 (for metal materials). Analysis was performed by ICP-OES and/or ICP-MS. 
 


Test Item 
Result (ppm) Detection 


Limit (ppm) 
Reference 


Limit (ppm) 1 


Lead (Pb) ND 20 100 


Comment PASS -- -- 


 
Sample Description: 


1. EcoSentials Genesis PFA Free-Spray Coated 9” 3 Cavity Clamshells 
 


Note :  1. ppm = parts per million 
   2. mg/kg = ppm 
   3. 1% = 10000 ppm (mg/kg) 


4. ND = Not Detected 
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5. US California Proposition 65 – Phthalate Content 
 
Test Method: With reference to CPSC-CH-C1001-09.4. Analysis was performed by Gas Chromatography / 
Mass Spectrometry. 
 


Phthalates CAS No. 
Result (ppm) Detection 


Limit (ppm) 
Reference 


Limit (ppm) 1 


Dibutyl Phthalate 
(DBP) 


84-74-2 ND 150 1000 


Benzylbutyl Phthalate 
(BBP) 


85-68-7 ND 150 1000 


Bis-(2-ethylhexyl) 
Phthalate (DEHP) 


117-81-7 ND 150 1000 


Diisodecyl Phthalate 
(DIDP) 


26761-40-0 / 
68515-49-1 


ND 150 1000 


Di-n-hexyl Phthalate 
(DnHP) 


84-75-3 ND 150 1000 


Diisononyl Phthalate 
(DINP)  


28553-12-0 / 
68515-48-0 


ND 150 1000 


Conclusion  PASS -- -- 


 
Sample Description: 


1. EcoSentials Genesis PFA Free-Spray Coated 9” 3 Cavity Clamshells 
 


Note :  1. ppm = parts per million 
   2. mg/kg = ppm 
   3. 1% = 10000 ppm (mg/kg) 


4. ND = Not Detected 
 


Remark: The reference limit applied in testing is based on particular prop 65 settlements that are 
most similar to the tested product in the opinion of the lab. The testing in this report does 
not reflect a user’s actual exposure to the tested chemical.  
A manufacturer or retailer that is not named in the referenced settlement is not bound by 
that settlement, and may choose to comply with Proposition 65 by clearly informing the 
consumer of potential exposure. 
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Sample Photo(s): 


 


 


SGS authenticates the photo(s) on the original report only 


 


*** End of Report *** 



http://www.sgs.com/en/Terms-and-Conditions.aspx

http://www.sgs.com/en/Terms-and-Conditions/Terms-e-Document.aspx



				2020-07-30T19:14:22+0000

		Geneva

		SGS officially issued document












 
 Test Report No. 4650881-CH01-R1           Date:  August 3, 2020    Page 1 of 7 


“This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or 
accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx and, for electronic format documents, subject to Terms and Conditions 
for Electronic Documents at http://www.sgs.com/en/Terms-and-Conditions/Terms-e-Document.aspx.  Attention is drawn to the limitation 
of liability, indemnification and jurisdiction issues defined therein.  Any holder of this document is advised that information contained 
hereon reflects the Company’s findings at the time of its intervention only and within the limits of Client’s instructions, if any.  The 
Company’s sole responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their 
rights and obligations under the transaction documents.  This document cannot be reproduced except in full, without prior written 
approval of the Company.  Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful 
and offenders may be prosecuted to the fullest extent of the law.  Unless otherwise stated the results shown in this test report refer only 
to the sample(s) tested and such sample(s) are retained for 45 days only.”  
 
SGS North America Inc. Consumer & Retail Testing Services.  291 Fairfield Ave., Fairfield, NJ 07004, USA  t (973) 575-5252  f (973) 575-7175 www.us.sgs.com/cts 


 
Member of the SGS Group (SGS SA) 


Footprint  
250 E Germann Road 
Gilbert, AZ 85297 
United States 
 
“This report supersedes all previous documents bearing the test report number 4650881-CH01.” 
 
The following sample(s) was/were submitted 
and identified by/on behalf of the client as: 


EcoSentials Origin Standard Clamshells 9” 3 
Cavity Clamshells 
Sample/Style No: QSR-C093-000 
Color: Kraft/Natural 
Product End Use: Food Container 
 


 
Sample Received Date: 7/20/2020  
   
Testing Period: 7/22/2020 – 7/29/2020  


  


 


Revision Summary : US California Proposition 65 Lead results added to report. 


   


   


Test Requested : Please refer to the result summary. 


   


   


Test Method & Results : Please refer to next page(s). 


   


   


Result Summary :  


  Test Requested Conclusion  


  1. US FDA 21 CFR 176.170 (Paper and Paperboard) – 
Determination of Amount of Net Chloroform 
Soluble Extractives 


PASS 


  2. US Model Toxics in Packaging Legislation (TPCH: 
Toxics in Packaging Clearing House) (formerly 
drafted by CONEG) – Total Lead, Cadmium, 
Mercury and Hexavalent Chromium Content 


PASS 


  3. Perfluorinated Compounds (PFCs) See Test Results 


  4. US California Proposition 65 – Lead Content PASS 


 


Signed for and on behalf of SGS North America, Inc.  Prepared By: 


  


 


Sandip Ramolia 
Laboratory Supervisor, Chemistry Laboratory 


 Shaina Gibbons 
Technical Report Writer, Chemistry Laboratory 
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1. US FDA 21 CFR 176.170 (Paper and Paperboard) – Determination of Amount of Net Chloroform 
Soluble Extractives 
 
Test Method: With reference to US FDA 21 CFR 176.170. 
 


Extractants Test Condition 


Results 
(mg/inch2) 


Reporting Limit 
(mg/inch2) 


Permissible 
Limit (mg/inch2) 


1 


Distilled Water 250oF for 2 hours ND 0.2 0.5 


n-Heptane  150oF for 2 hours ND 0.2 0.5 


Conclusion  -- PASS  -- -- 


 
Sample Description: 


1. EcoSentials Origin Standard Clamshells 9” 3 Cavity Clamshells 
 
Note : 1. mg/inch2 = milligram per square inch 


2. ºF = degrees Fahrenheit 
3. ND = Not Detected 
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2. US Model Toxics in Packaging Legislation (TPCH: Toxics in Packaging Clearing House) (formerly 
drafted by CONEG) – Total Lead, Cadmium, Mercury and Hexavalent Chromium Content 
 
Test Method: Lead, Cadmium, Mercury and Total Chromium were analyzed by ICP-OES, ICP-MS and/or 
HD-XRF and Chromium VI was analyzed by UV-Visible Spectroscopy.  
 


Test Item 
Results (ppm) Reporting 


Limit (ppm) 
Permissible 
Limit (ppm) 1 


Lead (Pb) ND 5 -- 


Cadmium (Cd) ND 5 -- 


Mercury (Hg) ND 5 -- 


Hexavalent Chromium (Cr(VI)) ND* 10 -- 


Total   ND -- 100 


Conclusion PASS -- -- 


 
Sample Description: 


1. EcoSentials Origin Standard Clamshells 9” 3 Cavity Clamshells 
 


Note :  1. ppm = parts per million 
   2. mg/kg = ppm 
   3. 1% = 10000 ppm (mg/kg) 


4. ND = Not Detected 
5. * = Hexavalent Chromium determination using UV-Visible Spectroscopy was not performed, as 
total chromium found in the sample does not contribute to the hexavalent chromium content at a 
level exceeding the permissible limit. 


 
Remark  : The TPCH legislation has been enacted by California, Connecticut, Florida, Georgia, Illinois, Iowa, 


Maine, Maryland, Minnesota, Missouri, New Hampshire, New Jersey, New York, Pennsylvania, 
Rhode Island, Vermont, Virginia, Washington and Wisconsin. 
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3. Perfluorinated Compounds (PFCs) 
  
Test Method: SGS In-House method analysis with High Performance Liquid Chromatography – Mass 
Selective Detector (HPLC-MSD). 
 


Perfluorinated Compounds  CAS-No. 
Results (ppm) Reporting Limit 


(ppm) 1 


Perfluorobutane Acid (PFBA) 375-22-4 ND 1 


Perfluorobutane Sulfonate (PFBS) 375-73-5 ND 1 


Perfluoropentane Acid (PFPA) 2706-90-3 ND 1 


Perfluorohexane Acid (PFHxA) 307-24-4 ND 1 


Perfluorohexane Sulfonate (PFHxS) 355-46-4 ND 1 


Perfluoroheptane Acid (PFHpA) 375-85-9 ND 1 


Perfluoroheptane Sulfonate (PFHpS) 375-92-8 ND 1 


Perfluorooctanoic Acid (PFOA) 335-67-1 ND 1 


Perfluorooctane Sulfonate (PFOS)^ Various ND 1 


Perfluorooctane Sulfonamide (PFOSA) 754-91-6 ND 1 


2-(N-methylperfluoro- 1-octanesulfonamido) - ethanol 
(MeFOSE) 


24448-09-7 ND 1 


2-(N-ethylperfluoro-1-octanesulfonamido)-ethanol 
(EtFOSE) 


1691-99-2 ND 1 


N-methylperfluoro-1-octanesulfonamide (MeFOSA) 31506-32-8 ND 1 


N-ethylperfluoro-1-octanesulfonamide (EtFOSA) 4151-50-2 ND 1 


Perfluorodecane Sulfonate (PFDS) 126105-34-8 ND 1 


Perfluorononane Acid (PFNA) 375-95-1 ND 1 


Perfluorodecane Acid (PFDA) 335-76-2 ND 1 


Perfluoroundecanoic Acid (PFUnA) 2058-94-8 ND 1 


Perfluorododecanoic Acid (PFDoA) 307-55-1 ND 1 


Perfluorotridecanoic Acid (PFTrA) 72629-94-8 ND 1 


Perfluorotetradecanoic Acid (PFTeA) 376-06-7 ND 1 


Perfluoro-3,7-dimethyloctanoic Acid (PF-3,7-DMOA) 172155-07-6 ND 1 


7H-Dodecanefluoroheptane Acid (HPFHpA) 1546-95-8 ND 1 


2H,2H-Perfluorodecane Acid (H2PFDA) 882489-14-7 ND 1 


2H,2H,3H,3H-Perfluoroundecanoic Acid (H4PFUnA) 34598-33-9 ND 1 


Perfluorooctanesulphonic Acid 1H,1H,2H,2H (H4PFOS; 
6:2) 


27619-97-2 ND 1 


Conclusion -- -- -- 


  
Sample Description: 


1. EcoSentials Origin Standard Clamshells 9” 3 Cavity Clamshells 
 
Note :  1. ppm = parts per million 
   2. mg/kg = ppm 
   3. 1% = 10000 ppm (mg/kg) 


4. ND = Not Detected 
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Remarks:     Recommended Max. Limit / Client Requirement:  
 PFOS and PFOA 1 (ppm) 
 Others Not Applicable 


 
#APFO test result is based on the calculation of PFOA and to the worst-case scenario. 
^ PFOS refer to Perfluorooctanesulfonic acid and its derivatives including 
Perfluoroctanesulfonic acid, Perfluoroctane sulfonamide, N-Methylperfluoroctane 
sulfonamide, N-Ethylperfluoroctane sulfonamide, N-Methylperfluoroctane 
sulfonamidoethanol and N-Ethylperfluoroctane sulfonamidoethanol 
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4.  US California Proposition 65 – Lead Content 
 
Substrates: 
 
Test Method: With reference to CPSC Test Method: CPSC-CH-E1002-08.1 (for non-metal materials) and 
CPSC-CH-E1001-08.1 (for metal materials). Analysis was performed by ICP-OES and/or ICP-MS. 
 


Test Item 
Results (ppm) Reporting 


Limit (ppm) 
Reference 


Limit (ppm) 1 


Lead   (Pb) ND 5 100 


Conclusion PASS -- -- 


 
Sample Description: 


1. EcoSentials Origin Standard Clamshells 9” 3 Cavity Clamshells 
 


Note :  1. ppm = parts per million 
   2. mg/kg = ppm 
   3. 1% = 10000 ppm (mg/kg) 


4. ND = Not Detected 
 
Remark: The reference limit applied in testing is based on particular prop 65 settlements that are 


most similar to the tested product in the opinion of the lab. The testing in this report does 
not reflect a user’s actual exposure to the tested chemical.  
A manufacturer or retailer that is not named in the referenced settlement is not bound by 
that settlement, and may choose to comply with Proposition 65 by clearly informing the 
consumer of potential exposure. 
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Sample Photo(s): 
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Footprint LLC 
250 E German Road 
Gilbert, AZ 85297 
United States 
 
 
The following sample(s) was/were submitted 
and identified by/on behalf of the client as: 


Footprint Paper Straws  
Color: Kraft/Natural 
Sample/Style No.: Form: Phoenix 
Product End Use: Paper Straw  


 
Sample Received Date: 8/1/2019  
   
Testing Period: 8/2/2019 – 8/14/2019  


  


 


Test Requested : Please refer to the result summary. 


   


   


Test Method & Results : Please refer to next page(s). 


   


   


Result Summary :  


  Test Requested Conclusion  


  1. Halogen Content (F) of the submitted 
sample(s) with reference to BS EN 
14582:2016 


See Test Results 


 


 


 


 


 


 


 


 


 


Signed for and on behalf of SGS North America, Inc.  Prepared By: 


  


 


Jennifer Vaval 
Laboratory Manager, Chemistry Laboratory 


 Shaina Gibbons 
Report Writer, Chemistry Laboratory 
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Member of the SGS Group (SGS SA) 


1. Halogen Content (F) of the submitted sample(s) with reference to BS EN 14582:2016 


 


With reference to BS EN 14582:2016 “Characterization of waste – Halogen and sulfur content – Oxygen 


Combustion in closed systems and determination methods”. Analysis was performed by Ion 


Chromatography. 


 


Test Items Unit 
Method 


Detection 
Limit 


1 


Halogen – Fluorine (F) 
CAS # 007782-41-4 


mg/kg 50 ND 


 


Sample Description: 
1. Footprint Paper Straws 


 


Note:  1. mg/kg = milligram per kilogram 


  2. ND = Not Detected, reported when the reading is less than the detection limit value. 


3. mg/kg = ppm 
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Member of the SGS Group (SGS SA) 


Sample Photo(s): 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


SGS authenticates the photo(s) on the original report only 
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Member of the SGS Group (SGS SA) 


Footprint LLC 
250 E Germann Road 
Gilbert, AZ 85297 
United States 
 
 
The following sample(s) was/were submitted 
and identified by/on behalf of the client as: 


Footprint Ready to Eat Tray 
Color: Kraft/Natural 
Sample/Style No.: Form: Ovechkin 8 
Product End Use: Ready To Eat Tray  


 
Sample Received Date: 12/2/2019  
   
Testing Period: 12/3/2019 – 12/9/2019  


 


   


Test Requested : Please refer to the result summary. 


   


   


Test Method & Results : Please refer to next page(s). 


   


   


Result Summary :  


  Test Requested Conclusion  


  1. Halogen Content (F) of the Submitted 


Sample(s) with Reference to BS EN 


14582:2016 


See Test Results 


 


 


 


 


 


 


 


 


 


 


Signed for and on behalf of SGS North America, Inc.  Prepared By: 


  


 


Jennifer Vaval 
Laboratory Manager, Chemistry Laboratory 


 Shaina Gibbons 
Technical Report Writer, Chemistry Laboratory 


 


  



http://www.sgs.com/en/Terms-and-Conditions.aspx

http://www.sgs.com/en/Terms-and-Conditions/Terms-e-Document.aspx





 
 Test Report      No. 4560930-CH03        Date:  December 10, 2019 Page 2 of 3 


 


“This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or 
accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx and, for electronic format documents, subject to Terms and Conditions 
for Electronic Documents at http://www.sgs.com/en/Terms-and-Conditions/Terms-e-Document.aspx.  Attention is drawn to the limitation 
of liability, indemnification and jurisdiction issues defined therein.  Any holder of this document is advised that information contained 
hereon reflects the Company’s findings at the time of its intervention only and within the limits of Client’s instructions, if any.  The 
Company’s sole responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their 
rights and obligations under the transaction documents.  This document cannot be reproduced except in full, without prior written 
approval of the Company.  Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful 
and offenders may be prosecuted to the fullest extent of the law.  Unless otherwise stated the results shown in this test report refer only 
to the sample(s) tested and such sample(s) are retained for 45 days only.”  
 
SGS North America Inc. Consumer & Retail Testing Services.  291 Fairfield Ave., Fairfield, NJ 07004, USA  t (973) 575-5252  f (973) 575-7175 www.us.sgs.com/cts 


 
Member of the SGS Group (SGS SA) 


1.  Halogen Content (F) of the Submitted Sample(s) with Reference to BS EN 14582:2016 


 


With reference to BS EN 14582:2016 “Characterization of waste – Halogen and sulfur content – Oxygen 


Combustion in closed systems and determination methods”. Analysis was performed by Ion 


Chromatography. 


 


Test Items Unit 
Method 


Detection 
Limit 


1 


Halogen – Fluorine (F) 
CAS # 007782-41-4 


mg/kg 50 ND 


 


Sample Description: 


1. Footprint Ready to Eat Tray 
 


Note:  1. mg/kg = milligram per kilogram  


           2. mg/kg = ppm 


     3. ND = Not Detected, reported when the reading is less than the detection limit value. 
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Sample Photo(s):  
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Member of the SGS Group (SGS SA) 


Footprint LLC 
250 E German Road 
Gilbert, AZ 85297 
United States 
 
 
The following sample(s) was/were submitted 
and identified by/on behalf of the client as: 


Footprint Frozen Food Bowl  
Color: Kraft/Natural 
Sample/Style No.: Form: Ovechkin 8 
Product End Use: Frozen Food Bowl 


 
Sample Received Date: 8/1/2019  
   
Testing Period: 8/2/2019 – 8/14/2019  


  


 


Test Requested : Please refer to the result summary. 


   


   


Test Method & Results : Please refer to next page(s). 


   


   


Result Summary :  


  Test Requested Conclusion  


  1. Halogen Content (F) of the submitted 
sample(s) with reference to BS EN 
14582:2016 


See Test Results 


 


 


 


 


 


 


 


 


 


Signed for and on behalf of SGS North America, Inc.  Prepared By: 


  


 


Jennifer Vaval 
Laboratory Manager, Chemistry Laboratory 


 Shaina Gibbons 
Report Writer, Chemistry Laboratory 
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Member of the SGS Group (SGS SA) 


1. Halogen Content (F) of the submitted sample(s) with reference to BS EN 14582:2016 


 


With reference to BS EN 14582:2016 “Characterization of waste – Halogen and sulfur content – Oxygen 


Combustion in closed systems and determination methods”. Analysis was performed by Ion 


Chromatography. 


 


Test Items Unit 
Method 


Detection 
Limit 


1 


Halogen – Fluorine (F) 
CAS # 007782-41-4 


mg/kg 50 ND 


 


Sample Description: 
1. Footprint Frozen Food Bowl 


 


Note:  1. mg/kg = milligram per kilogram 


  2. ND = Not Detected, reported when the reading is less than the detection limit value. 


3. mg/kg = ppm 
  



http://www.sgs.com/en/Terms-and-Conditions.aspx

http://www.sgs.com/en/Terms-and-Conditions/Terms-e-Document.aspx





 
 Test Report No. 4502720-CH06        Date:  August 15, 2019 Page 3 of 3 


 


“This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or 
accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx and, for electronic format documents, subject to Terms and Conditions 
for Electronic Documents at http://www.sgs.com/en/Terms-and-Conditions/Terms-e-Document.aspx.  Attention is drawn to the limitation 
of liability, indemnification and jurisdiction issues defined therein.  Any holder of this document is advised that information contained 
hereon reflects the Company’s findings at the time of its intervention only and within the limits of Client’s instructions, if any.  The 
Company’s sole responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their 
rights and obligations under the transaction documents.  This document cannot be reproduced except in full, without prior written 
approval of the Company.  Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful 
and offenders may be prosecuted to the fullest extent of the law.  Unless otherwise stated the results shown in this test report refer only 
to the sample(s) tested and such sample(s) are retained for 45 days only.”  
 
SGS North America Inc. Consumer & Retail Testing Services.  291 Fairfield Ave., Fairfield, NJ 07004, USA  t (973) 575-5252  f (973) 575-7175 www.us.sgs.com/cts 


 
Member of the SGS Group (SGS SA) 


Sample Photo(s): 
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Member of the SGS Group (SGS SA) 


Footprint LLC 
250 E German Road 
Gilbert, AZ 85297 
United States 
 
 
The following sample(s) was/were submitted 
and identified by/on behalf of the client as: 


Footprint Produce Containers  
Color: Kraft/Natural 
Sample/Style No.: Form: Uniondale 
Product End Use: Produce Containers  


 
Sample Received Date: 8/1/2019  
   
Testing Period: 8/2/2019 – 8/15/2019  


  


 


Test Requested : Please refer to the result summary. 


   


   


Test Method & Results : Please refer to next page(s). 


   


   


Result Summary :  


  Test Requested Conclusion  


  1. Halogen Content (F) of the submitted 
sample(s) with reference to BS EN 
14582:2016 


See Test Results 


 


 


 


 


 


 


 


 


Signed for and on behalf of SGS North America, Inc.  Prepared By: 


  


 


Jennifer Vaval 
Laboratory Manager, Chemistry Laboratory 


 Shaina Gibbons 
Report Writer, Chemistry Laboratory 
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Member of the SGS Group (SGS SA) 


1. Halogen Content (F) of the submitted sample(s) with reference to BS EN 14582:2016 


 


With reference to BS EN 14582:2016 “Characterization of waste – Halogen and sulfur content – Oxygen 


Combustion in closed systems and determination methods”. Analysis was performed by Ion 


Chromatography. 


 


Test Items Unit 
Method 


Detection 
Limit 


1 


Halogen – Fluorine (F) 
CAS # 007782-41-4 


mg/kg 50 ND 


 


Sample Description: 
1. Footprint Produce Containers 


 


Note:  1. mg/kg = milligram per kilogram 


  2. ND = Not Detected, reported when the reading is less than the detection limit value. 


3. mg/kg = ppm 
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Sample Photo(s): 
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Member of the SGS Group (SGS SA) 


Footprint LLC 
250 E German Road 
Gilbert, AZ 85297 
United States 
 
 
The following sample(s) was/were submitted 
and identified by/on behalf of the client as: 


Footprint Shelf Stable Cup  
Color: Kraft/Natural 
Sample/Style No.: Form: Ovechkin 8 
Product End Use: Shelf Stable Cup 


 
Sample Received Date: 8/1/2019  
   
Testing Period: 8/2/2019 – 8/15/2019  


  


 


Test Requested : Please refer to the result summary. 


   


   


Test Method & Results : Please refer to next page(s). 


   


   


Result Summary :  


  Test Requested Conclusion  


  1. Halogen Content (F) of the submitted 
sample(s) with reference to BS EN 
14582:2016 


See Test Results 
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Jennifer Vaval 
Laboratory Manager, Chemistry Laboratory 


 Shaina Gibbons 
Report Writer, Chemistry Laboratory 
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Member of the SGS Group (SGS SA) 


1. Halogen Content (F) of the submitted sample(s) with reference to BS EN 14582:2016 


 


With reference to BS EN 14582:2016 “Characterization of waste – Halogen and sulfur content – Oxygen 


Combustion in closed systems and determination methods”. Analysis was performed by Ion 


Chromatography. 


 


Test Items Unit 
Method 


Detection 
Limit 


1 


Halogen – Fluorine (F) 
CAS # 007782-41-4 


mg/kg 50 ND 


 


Sample Description: 
1. Footprint Shelf Stable Cup 


 


Note:  1. mg/kg = milligram per kilogram 


  2. ND = Not Detected, reported when the reading is less than the detection limit value. 


3. mg/kg = ppm 
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Member of the SGS Group (SGS SA) 


Sample Photo(s): 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


SGS authenticates the photo(s) on the original report only 
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Member of the SGS Group (SGS SA) 


Footprint LLC 
250 E Germann Road 
Gilbert, AZ 85297 
United States 
 
The following sample(s) was/were submitted 
and identified by/on behalf of the client as: 


Footprint Chicken Roaster 
Color: Kraft/Natural 
Sample/Style No.: Form: Ovechkin 8 
Product End Use: Chicken Roaster  


 
Sample Received Date: 12/2/2019  
   
Testing Period: 12/3/2019 – 12/9/2019  


 


   


Test Requested : Please refer to the result summary. 


   


   


Test Method & Results : Please refer to next page(s). 


   


   


Result Summary :  


  Test Requested Conclusion  


  1. Halogen Content (F) of the Submitted 


Sample(s) with Reference to BS EN 


14582:2016 


See Test Results 


 


 


 


 


 


 


 


 


 


 


Signed for and on behalf of SGS North America, Inc.  Prepared By: 


  


 


Jennifer Vaval 
Laboratory Manager, Chemistry Laboratory 


 Shaina Gibbons 
Technical Report Writer, Chemistry Laboratory 
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Member of the SGS Group (SGS SA) 


1.  Halogen Content (F) of the Submitted Sample(s) with Reference to BS EN 14582:2016 


 


With reference to BS EN 14582:2016 “Characterization of waste – Halogen and sulfur content – Oxygen 


Combustion in closed systems and determination methods”. Analysis was performed by Ion 


Chromatography. 


 


Test Items Unit 
Method 


Detection 
Limit 


1 


Halogen – Fluorine (F) 
CAS # 007782-41-4 


mg/kg 50 ND 


 


Sample Description: 


1. Footprint Chicken Roaster 
 


Note:  1. mg/kg = milligram per kilogram  


           2. mg/kg = ppm 


     3. ND = Not Detected, reported when the reading is less than the detection limit value. 
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Member of the SGS Group (SGS SA) 


Sample Photo(s): 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


SGS authenticates the photo(s) on the original report only 
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CERTIFICATE
for Products 


THIS IS TO CERTIFY that the following Items have been found to comply with the 
specifications established in the American Society for Testing and Materials standard 
ASTM D6400 and/or D6868 in accordance with the terms and conditions of the 
"International Biodegradable Products Institute, Inc. Licensing & Certification Program for 
Compostable Products":


Molded Pulp Produce Containers, maximum density 533 gsm [20200214-03]


as further described in the application and related information submitted to the 
Biodegradable Products Institute by Footprint, (the "Licensee") a corporation of USA.


Specific items associated with these certifications can be found on the BPI Product 
Catalog: https://products.bpiworld.org/companies/footprint


This Certificate authorizes the Licensee to use the Certification Program Logo depicted 
below in relation to such Products, subject to all conditions and terms of the Program 
Rules and the License Agreement between the Biodegradable Products Institute and the 
Licensee.


Valid until: September 30, 2023
Certificate #: 10529091-1


                               1 / 2







 


Items on this Certificate:
The following item numbers (SKUs) are certified under this document. Only these items 
are published on the BPI's web-based catalogs.


The licensee shall inform BPI immediately for any new items or discontinued items. These 
items were certified under item review 20200214-03 and must be recertified by the BPI 
on or before September 30, 2023


Brand Manufacturer SKU Title


Footprint FPM8-5 8oz Mushroom Till


Footprint FPM16-5 16oz Mushroom Till


Footprint FPM24-5 24oz Mushroom Till


Powered by TCPDF (www.tcpdf.org)


                               2 / 2
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Member of the SGS Group (SGS SA) 


Footprint  
250 E Germann Road 
Gilbert, AZ 85297 
United States 
 
The following sample(s) was/were submitted 
and identified by/on behalf of the client as: 


2S Coated Tray 
Sample/Style No: 2S Winslow Tray 
Color: Kraft/Natural 
Product End Use: Food Tray 
 


 
Sample Received Date: 9/1/2020  
   
Testing Period: 9/1/2020 – 9/10/2020  


  


 


Test Requested : Please refer to the result summary. 


   


   


Test Method & Results : Please refer to next page(s). 


   


   


Result Summary :  


  Test Requested Conclusion  


  1. US FDA 21 CFR 176.170 (Paper and Paperboard) – 
Determination of Amount of Net Chloroform 
Soluble Extractives 


PASS 


  2. US Model Toxics in Packaging Legislation (TPCH: 
Toxics in Packaging Clearing House) (formerly 
drafted by CONEG) – Total Lead, Cadmium, 
Mercury and Hexavalent Chromium Content 


PASS 


  3. Perfluorinated Compounds (PFCs) See Test Results 


  4. US California Proposition 65 – Lead Content PASS 


  5. US California Proposition 65 – Phthalate Content PASS 


 


 


 


Signed for and on behalf of SGS North America, Inc.  Prepared By: 


 


  


Shaina Gibbons 
Technical Report Writer, Chemistry Laboratory 


 Crystal Melecio 
Report Writer, Chemistry Laboratory 
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Member of the SGS Group (SGS SA) 


1. US FDA 21 CFR 176.170 (Paper and Paperboard) – Determination of Amount of Net Chloroform 
Soluble Extractives 
 
Test Method: With reference to US FDA 21 CFR 176.170. 
 


Extractants Test Condition 


Results 
(mg/inch2) 


Reporting Limit 
(mg/inch2) 


Permissible 
Limit (mg/inch2) 


1 


Distilled Water 250oF for 2 hours ND 0.2 0.5 


n-Heptane  150oF for 2 hours ND 0.2 0.5 


Conclusion  -- PASS  -- -- 


 
Sample Description: 


1. 2S Coated Tray 
 
Note : 1. mg/inch2 = milligram per square inch 


2. ºF = degrees Fahrenheit 
3. ND = Not Detected 
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Member of the SGS Group (SGS SA) 


2. US Model Toxics in Packaging Legislation (TPCH: Toxics in Packaging Clearing House) (formerly 
drafted by CONEG) – Total Lead, Cadmium, Mercury and Hexavalent Chromium Content 
 
Test Method: Lead, Cadmium, Mercury and Total Chromium were analyzed by ICP-OES and/or ICP-MS. 
Chromium VI was analyzed by UV-Visible Spectroscopy.  
 


Test Item 
Results (ppm) Reporting 


Limit (ppm) 
Permissible 
Limit (ppm) 1 


Lead (Pb) ND 5 -- 


Cadmium (Cd) ND 5 -- 


Mercury (Hg) ND 5 -- 


Hexavalent Chromium (Cr(VI)) ND* 10 -- 


Total   ND -- 100 


Conclusion PASS -- -- 


 
Sample Description: 


1. 2S Coated Tray 
 


Note :  1. ppm = parts per million 
   2. mg/kg = ppm 
   3. 1% = 10000 ppm (mg/kg) 


4. ND = Not Detected 
5. * = Hexavalent Chromium determination using UV-Visible Spectroscopy was not performed, as 
total chromium found in the sample does not contribute to the hexavalent chromium content at a 
level exceeding the permissible limit. 


 
Remark  : The TPCH legislation has been enacted by California, Connecticut, Florida, Georgia, Illinois, Iowa, 


Maine, Maryland, Minnesota, Missouri, New Hampshire, New Jersey, New York, Pennsylvania, 
Rhode Island, Vermont, Virginia, Washington and Wisconsin. 
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Member of the SGS Group (SGS SA) 


3. Perfluorinated Compounds (PFCs) 
  
Test Method: SGS In-House method analysis with High Performance Liquid Chromatography – Mass 
Selective Detector (HPLC-MSD). 
 


Perfluorinated Compounds  CAS-No. 
Results (ppm) Reporting Limit 


(ppm) 1 


Perfluorobutane Acid (PFBA) 375-22-4 ND 1 


Perfluorobutane Sulfonate (PFBS) 375-73-5 ND 1 


Perfluoropentane Acid (PFPA) 2706-90-3 ND 1 


Perfluorohexane Acid (PFHxA) 307-24-4 ND 1 


Perfluorohexane Sulfonate (PFHxS) 355-46-4 ND 1 


Perfluoroheptane Acid (PFHpA) 375-85-9 ND 1 


Perfluoroheptane Sulfonate (PFHpS) 375-92-8 ND 1 


Perfluorooctanoic Acid (PFOA) 335-67-1 ND 1 


Perfluorooctane Sulfonate (PFOS)^ Various ND 1 


Perfluorooctane Sulfonamide (PFOSA) 754-91-6 ND 1 


2-(N-methylperfluoro- 1-octanesulfonamido) - ethanol 
(MeFOSE) 


24448-09-7 ND 1 


2-(N-ethylperfluoro-1-octanesulfonamido)-ethanol 
(EtFOSE) 


1691-99-2 ND 1 


N-methylperfluoro-1-octanesulfonamide (MeFOSA) 31506-32-8 ND 1 


N-ethylperfluoro-1-octanesulfonamide (EtFOSA) 4151-50-2 ND 1 


Perfluorodecane Sulfonate (PFDS) 126105-34-8 ND 1 


Perfluorononane Acid (PFNA) 375-95-1 ND 1 


Perfluorodecane Acid (PFDA) 335-76-2 ND 1 


Perfluoroundecanoic Acid (PFUnA) 2058-94-8 ND 1 


Perfluorododecanoic Acid (PFDoA) 307-55-1 ND 1 


Perfluorotridecanoic Acid (PFTrA) 72629-94-8 ND 1 


Perfluorotetradecanoic Acid (PFTeA) 376-06-7 ND 1 


Perfluoro-3,7-dimethyloctanoic Acid (PF-3,7-DMOA) 172155-07-6 ND 1 


7H-Dodecanefluoroheptane Acid (HPFHpA) 1546-95-8 ND 1 


2H,2H-Perfluorodecane Acid (H2PFDA) 882489-14-7 ND 1 


2H,2H,3H,3H-Perfluoroundecanoic Acid (H4PFUnA) 34598-33-9 ND 1 


Perfluorooctanesulphonic Acid 1H,1H,2H,2H (H4PFOS; 
6:2) 


27619-97-2 ND 1 


Conclusion -- -- -- 


  
Sample Description: 


1. 2S Coated Tray 
 
Note :  1. ppm = parts per million 
   2. mg/kg = ppm 
   3. 1% = 10000 ppm (mg/kg) 


4. ND = Not Detected 
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Member of the SGS Group (SGS SA) 


Remarks:     Recommended Max. Limit / Client Requirement:  
 PFOS and PFOA 1 (ppm) 
 Others Not Applicable 


 
#APFO test result is based on the calculation of PFOA and to the worst-case scenario. 
^ PFOS refer to Perfluorooctanesulfonic acid and its derivatives including 
Perfluoroctanesulfonic acid, Perfluoroctane sulfonamide, N-Methylperfluoroctane 
sulfonamide, N-Ethylperfluoroctane sulfonamide, N-Methylperfluoroctane 
sulfonamidoethanol and N-Ethylperfluoroctane sulfonamidoethanol 
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Member of the SGS Group (SGS SA) 


4.  US California Proposition 65 – Lead Content 
 
Substrates: 
 
Test Method: With reference to CPSC Test Method: CPSC-CH-E1002-08.1 (for non-metal materials) and 
CPSC-CH-E1001-08.1 (for metal materials). Analysis was performed by ICP-OES and/or ICP-MS. 
 


Test Item 
Results (ppm) Reporting 


Limit (ppm) 
Reference 


Limit (ppm) 1 


Lead   (Pb) ND 5 100 


Conclusion PASS -- -- 


 
Sample Description: 


1. 2S Coated Tray 
 


Note :  1. ppm = parts per million 
   2. mg/kg = ppm 
   3. 1% = 10000 ppm (mg/kg) 


4. ND = Not Detected 
 
Remark: The reference limit applied in testing is based on particular prop 65 settlements that are 


most similar to the tested product in the opinion of the lab. The testing in this report does 
not reflect a user’s actual exposure to the tested chemical.  
A manufacturer or retailer that is not named in the referenced settlement is not bound by 
that settlement, and may choose to comply with Proposition 65 by clearly informing the 
consumer of potential exposure. 


  



http://www.sgs.com/en/Terms-and-Conditions.aspx

http://www.sgs.com/en/Terms-and-Conditions/Terms-e-Document.aspx
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5. US California Proposition 65 – Phthalate Content 
 
Test Method: With reference to CPSC-CH-C1001-09.4. Analysis was performed by GC-MS. 
 


Phthalates CAS No. 
Results (ppm) Reporting 


Limit (ppm) 
Reference 


Limit (ppm) 1 


Dibutyl Phthalate 
(DBP) 


84-74-2 ND 150 1000 


Benzylbutyl 
Phthalate (BBP) 


85-68-7 ND 150 1000 


Bis-(2-ethylhexyl) 
Phthalate (DEHP) 


117-81-7 ND 150 1000 


Diisodecyl 
Phthalate (DIDP) 


26761-40-0 / 
68515-49-1 


ND 150 1000 


Di-n-hexyl 
Phthalate (DnHP) 


84-75-3 ND 150 1000 


Diisononyl 
Phthalate (DINP)  


28553-12-0 / 
68515-48-0 


ND 150 1000 


Conclusion -- PASS -- -- 


 
Sample Description: 


1. 2S Coated Tray 
 
Note :  1. ppm = parts per million 
   2. mg/kg = ppm 
   3. 1% = 10000 ppm (mg/kg) 


4. ND = Not Detected 
 


Remark: The reference limit applied in testing is based on particular prop 65 settlements that are 
most similar to the tested product in the opinion of the lab. The testing in this report does 
not reflect a user’s actual exposure to the tested chemical.  
A manufacturer or retailer that is not named in the referenced settlement is not bound by 
that settlement, and may choose to comply with Proposition 65 by clearly informing the 
consumer of potential exposure. 


 
  



http://www.sgs.com/en/Terms-and-Conditions.aspx

http://www.sgs.com/en/Terms-and-Conditions/Terms-e-Document.aspx
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Sample Photo(s): 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


 


SGS authenticates the photo(s) on the original report only 


 


*** End of Report *** 
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BIOBASED CONTENT MEASUREMENT REPORT – AA113626 – (3 of 12) 


Report Date:       9/10/2019 


Sample Received:     07/22/19 


Sample Submitter:     Footprint LLC 


      250 E. Germann Rd. 


      Gilbert, AZ, United States 


Contact:      Kristin Vella 


      vella@footprintus.com 


      (480) 760-1342 


Product Name:     Footprint Mushroom/Produce Uniondale 


User’s Code:     FPFP-004-A      


Arizona AMS Measurement number:   AA113626   


Carbon stable isotope ratio (δ13C):    -28.0 ± 0.1‰   


percent Modern Carbon (pMC):    106.4 ± 1.1%   


Calculated Biobased Content:   106.4 ± 1.1%   


ASTM D-6866-18 specified Biobased Content:  100 ± 3%    


The test protocol was ASTM D-6866-18 method B: Standard Test Methods for Determining the Biobased Content of Solid, Liquid, 
and Gaseous Samples Using Radiocarbon Analysis.  


The sample was combusted without any chemical pre-treatment. The carbon stable isotope ratio measurement was made offline 
on an aliquot of sample CO2. The value is expressed with respect to vPD Belemnite using a laboratory secondary standard.   


The percent Modern Carbon value is isotope fractionation corrected and background subtracted.  The primary reference material 
was Oxalic Acid II, NIST SRM 4990C.  


The Biobased Content was calculated using 100 pMC as the radiocarbon content of the contemporary atmosphere.  This level is 
specified by ASTM D-6866-18.  The quoted Biobased Content uncertainty of ± 3% is also specified by the ASTM 6866-18 testing 
protocol. It is larger than the laboratory pMC uncertainty and includes undetermined sources of error revealed by laboratory 
intercomparison studies.   


The calculations outlined in the method assumes the Biobased product was grown within the past 3 years.  A Calculated Biobased 
Content of > 100% most likely reflects this assumption was not met. 


Certified by: 


 


Dr. Greg Hodgins 
Director  
University of Arizona AMS Laboratory                  Tel. (520) 621-6810 
Department of Physics              Fax. (520) 621-9619 
1118 East Fourth St, Tucson, AZ 85721-0081 







Attached is Footprint’s product information including:
PFAS Free
BPI Certified Compostable
100% Biobased
US FDA 21 CFR 176.170
No need to label with CA Prop 65
Free from toxins

Please let us know if you would like us to send out samples or if you have any questions.
Our products have been tested by CEH and our contact there is Sue Chiang, sue@ceh.org
Thanks,
Susan

Susan Koehler

Chief Marketing Officer| Footprint

425-999-9816
koehler@footprintus.com  |  www.FootprintUS.com

FOOTPRINT   |  Healthy Planet. Healthy People  |  250 E. Germann Road, Gilbert, AZ 85297
FOOTPRINT #38 in FORTUNE’s 2020 CHANGE the WORLD List

mailto:sue@ceh.org



